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Abstract

We report density functional calculations of the atomic and electronic structure
of the spinel phases ZnRh2O4 and ZnIr2O4 as well as crystalline ZnO lightly
doped (1 at.%) with Rh and Ir ions using the B3LYP hybrid functional. Cal-
culations for the spinels show band gaps (! 3 eV) and lattice parameters (!
2% di!erence) in reasonable agreement with experimental data. Incorporation
of the transition metals into ZnO induces local distortions in the lattice and
the appearance of metal d levels in the low gap region and near the conduction
band minimum, with a d-d splitting larger than 2 eV, which helps maintain
transparency in the material. Addition of a hole to the simulation cell of both
spinels and doped ZnO leads to charge localization in the neighbourhood of
Rh/Ir accompanied by local lattice deformations to form a small polaron which
may lead to low hole mobility. We calculate polaron di!usion barriers in the
spinels and obtain values around 0.02-0.03 eV. These very low barrier energies
suggest that at high Rh/Ir concentration hole conduction occurs mainly by the
band conduction mechanism at room temperature. We also develop models of
the amorphous spinels by means of classical molecular dynamics simulations,
and observe a marked reduction in the coordination number of Rh/Ir, from 6 to
4, in the amorphous phase, which may reduce transparency in these materials.

1. Introduction

Transparent conducting oxides (TCOs) are characterized by the combination
of electrical conductivity approaching that of metals with high transmittance
(>80%) in the visible region of the electromagnetic spectrum. n-type TCOs
like indium tin oxide,[1] indium gallium zinc oxide[2] and many others have
been extensively studied.[3] However, the field of p-type conductors is still not
well developed. Reported p-type TCO’s show low conductivities when compared
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with their n-type counterparts,[4] and amorphization of the material further ex-
acerbates the problem.[5] This is due to the low mobility of electrons in the
valence band of these materials, which is mainly composed of p orbital states of
oxygen. Achieving a good p-type material is essential to be able to manufacture
optoelectronic devices with p-n junctions. A new class of p-type zinc oxides
with rhodium[5] or iridium[6] has attracted attention recently due to some re-
markable features of their electronic structure. In these systems, the gap region
is determined by the d bands of Rh/Ir, which are split into a fully occupied t2g
band and an unoccupied eg band due to the octahedral environment in which
these cations sit. The t2g-eg splitting is large enough to permit transparency in
these systems. Determining the mechanism of electrical conductivity is a much
needed step in order to render these materials applicable for commercial use.
In addition, a great deal of interest has been put on the amorphous phases of
these materials,[5] as they have the advantage of requiring lower temperatures
for deposition on substrates than their crystalline counterparts. Analysis of the
impact of amorphization on the electronic structure of these materials is needed
to assess possible losses in the performance of devices built using them.

Several theoretical studies have been performed on the spinels ZnRh2O4

and ZnIr2O4 in their crystalline phase. Mansourian-Hadavi et al[7] analyze the
band structure of ZnRh2O4 using the LDA+U method[8, 9] and conclude that
a hole polaron state is likely to be formed in this structure. Nagaraja et al.[10]
also study this material using GGA+U and the cancellation of nonlinearity
method[11] to ensure the correct Koopmans behaviour of the functional, and
find that the hole polaron state is unstable. Scanlon et al.[12] study the band
structure of both ZnRh2O4 and ZnIr2O4 spinel structures using the GGA[13]
and HSE06[14] functionals and find lack of dispersion in the valence band max-
imum (VBM)of both materials, suggesting that charge localization is going to
be favoured.

In this work, we use the hybrid B3LYP[15, 16] exchange-correlation func-
tional to study the changes induced in the electronic structure of ZnO by the
presence of a transition metal M (M=Rh or Ir) in the lattice. We consider
two situations: the ZnO structure doped with small amounts of M, and spinels
ZnM2O4 in which the M content is twice that of Zn. We also look explicitly at
hole localization processes in these systems in the framework of p-type conduc-
tion. Furthermore, we present a model for the amorphous phase of the ZnM2O4

spinels, analyze the local geometry around M and Zn and compare it with that
of the crystalline phases.

2. Method

For the ab initio calculations, we use the periodic approach and Density
Functional Theory (DFT) with a nonlocal density functional. We note that
the choice of the functional can be crucial for a correct description of the band
gap of the system and of hole localization [17, 18]. The periodic DFT calcula-
tions were performed using the CRYSTAL09 package,[19] which uses local basis
sets of Gaussian-type orbitals (GTOs), and the hybrid B3LYP functional, as
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mentioned previously. This functional was selected after tests on bulk ZnO,
ZnRh2O4 and ZnIr2O4 proved that it gives values of the band gap and lat-
tice parameters of these systems in good agreement with experimental data, as
shown in Table 1. This functional has been used to predict defect properties and
charge localization phenomena in ZnO[20], monoclinic HfO2[21] and ZrO2,[22]
crystalline and amorphous SiO2,[23, 24] and in other oxides.[25, 26] Oxygen has
a basis set consisting of 14s, 6p, and 1d functions contracted to 1s, 3sp, and
1d shells using a 8/411/1 scheme. For the cations, we used relativistic e!ective
core potentials (RECP) to reduce the computational cost. For Zn, we used a
Stevens et al. RECP [27] that replaces all but 10 valence electrons. The related
basis set consists of 8sp and 6d functions contracted to 3sp and 2d shells using
a 4211/411 scheme. The Rh RECP was obtained from the database of Hay et
al. [28] and it replaces all but 17 valence electrons. Its related basis set con-
sists of 5sp and 4d functions contracted to 3sp and 2d shells using a 2111/31
contraction. Finally, a Stevens et al. [27] RECP was used for Ir, in which 17
valence electrons are explicitly considered. The basis set for this atom consists
of 6sp and 4d functions, contracted to 3sp and 2d shells with a 411/31 scheme.

We considered two types of Zn-M-O system, a dilute supercell and a con-
centrated supercell. The dilute supercell consists of a 72-atom supercell of ZnO
in which one of the Zn atoms has been substituted by M. The concentrated su-
percell is a 56-atom spinel structure with formula ZnM2O4. A Monkhorst-Pack
factor of 4 was used for integration in the reciprocal space for each cell, which
resulted in a mesh of 36 k points in the irreducible part of the Brillouin zone
in all cases. Charge localization is studied by removing one electron in the con-
sidered supercell and applying a compensating charge background. In order to
facilitate initial hole localization in the spinel supercells, we created small pre-
cursor distortions around one particular M site in the supercell. Oxygen atoms
near the selected M site have been displaced so as the M-O bonds are shortened
by 0.05 Å. The magnitude of the perturbation was selected on the basis of the
relaxation around M obtained in the ZnO:M supercells as it is expected to be
su"cient for localizing the hole at M and some nearby atoms. We also tried to
obtain a localized hole on an O atom of the spinel supercell, but were unable to
converge a stable solution.

In order to create a model of the amorphous phases of the Rh and Ir spinels,
we performed molecular dynamics (MD) simulations using classical interatomic
potentials of the Buckingham form for the Rh/Ir-O interaction, the Zn-O in-
teraction and the O-O interaction. We used the Zn-O and O-O potentials from
McCoy et al. [29], and fitted new parameters for the Rh-O and the Ir-O inter-
action using as starting point the Co-O potentials from the same database. The
obtained potentials provide good agreement with the geometry of crystalline
M2O3 and ZnM2O4, with di!erences between the calculated lattice parameter
and the experimental value being around 0.1-2% in the Ir-containing phases and
3-5% in the Rh-containing phases. The polarizability of O atoms was modeled
using the shell model of Dick and Overhauser.[30] In order to facilitate the con-
vergence of the MD simulations, O shells and cores have been assigned a nominal
mass of 0.994 amu and 15.0 amu respectively. Details of these potentials can be
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found in Table 2.
The MD simulations were performed with the DLPOLY code.[31] A rapid

quench from the molten state was simulated to obtain the amorphous phase. A
time-step of 0.4 fs was employed. The following procedure was implemented to
obtain the amorphous phase. The starting point is a cubic supercell of ZnM2O4

with 12096 atoms and cell parameter 52.479 Å (Ir) and 50.349 Å (Rh). This
supercell was heated to 5000 K for 50 ps in the NVT ensemble, initially using
a Berendsen thermostat during the first 10 ps to ensure rapid temperature
convergence, then switching to the Nosé-Hoover thermostat. In order to relax
the volume of the cell, an additional run of 50 ps in the NPT ensemble using the
Nosé-Hoover barostat and thermostat was performed at the same temperature.
The resulting structure was cooled from 5000 K to 300 K in a series of 100
fs NPT runs, with temperature being reduced by 10 K between runs. Upon
reaching 300 K, the system was equilibrated for an additional 50 ps with data
collected over the final 2 ps at 1.2 fs intervals.

3. Results and discussion

3.1. Crystalline Rh-containing phases
We proceed to describe the results of our calculations, including the relaxed

geometry of the di!erent M-Zn-O systems and related electronic structure and
properties. We start with the dilute ZnO:M supercells. In the case of ZnO:Rh,
we observe some significant distortion in the local environment around the Rh
atom. The four O atoms surrounding it are displaced away by about 0.1-0.5 Å
(see Fig. 1). A fifth oxygen is displaced by about 1 Å towards the Rh atom
inducing a fivefold coordination sphere around it with slightly distorted bipyra-
midal symmetry. This reflects the preference of the Rh ion to have coordination
numbers larger than 4, which can be observed in oxides like RhO2 or Rh2O3.
The rest of the lattice is largely una!ected by the presence of Rh.

The presence of the Rh in the ZnO supercell induces a series of localized
levels of d symmetry in the band gap (see Fig. 2). A series of occupied levels
appear at the top of the valence band, between 0.7 eV and 1.8 eV above the
VBM. Unoccupied d states are located inside the conduction band, between 1.5
and 1.8 eV above the conduction band minimum (CBM).

Addition of a hole to the supercell induces further relaxation around the
Rh atom. One Rh-O bond distance is reduced by about 0.3 Å while the other
distances are slightly increased (! 0.05 Å). An analysis of the Mulliken charge
on each atom shows that most of the hole is localized on Rh, but a significant
part (about 30%) is found on the oxygen whose bond to Rh has been shortened
(labelled as A* in Fig. 1 (a) and (b)). Occupied d levels are pushed down
into the gap; two of them are now just above the VBM, while a third one is
located now about 0.8 eV above the VBM. One of the unoccupied d levels in
the conduction band is now located just below the CBM, while the other lies
0.8 eV above the CBM.

We focus our attention now on the ZnRh2O4 spinel. The gap region both at
the top of the valence band and the bottom of the conduction band is mainly
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composed of the d states of Rh divided in t2g and eg bands because of the
octahedral symmetry around this atom. There also are some small contributions
of oxygen p states to the top of the valence band. Like Mansourian-Hadavi et
al. and Scanlon et al., we find that the top of the valence band shows little
dispersion. Addition of a hole into the supercell induces a small polaron in the
lattice, which is characterized by charge localization on one Rh atom coupled to
lattice distortion in its vicinity. Relaxation is fairly symmetrical, with all Rh-O
distances decreasing by about 0.1 Å (see Fig. 3). The rest of the lattice su!ers
very little perturbation from the presence of the localized hole. Hole localization
induces the splitting of an unoccupied level in the one-electron band gap about
0.7 eV above the VBM (see Fig. 4). The presence of this level would e!ectively
reduce the band gap of ZnRh2O4, and in consequence its transparency would
also be reduced. We calculated the self-trapping energy of this polaron as the
di!erence between the energy of the polaron state, and the energy of the hole
on the undistorted lattice, and obtained a value of -0.23 eV. This indicates that
the polaron state is stable. This value is similar to that found for holes trapped
in oxides like HfO2 and ZrO2[21, 32]. Our result for polaron stability agrees
with the conclusions obtained from the band structure analysis in the work of
Mansourian-Hadavi et al. [7] and Scanlon et al [12], but disagrees with the DFT
calculations of Nagaraja et al., which predict that the Rh-centered polaron is
unstable.[10]

Creation of a polaron state in ZnRh2O4 suggests that the main mechanism
for hole conduction will be polaron hopping between Rh sites. This may be
detrimental to the use of this material as a TCO, as hole mobilities would be
very small. In order to investigate the impact of polaron hopping on the overall
conduction properties, we calculated the hopping barrier for the shortest di!u-
sion path using a simple linear interpolation scheme. We consider the di!usion
of the polaron from Rh atom 1 to a nearest-neighbour Rh atom 2. Then, each
point in the di!usion path of the polaron is approximated by weighted averages
of the geometries of the polaron in point 1 and the polaron in point 2. With
this method we obtain an upper estimate of the real di!usion barrier. The bar-
rier obtained is about 0.03 eV, which is a remarkably small value. This means
that, at room temperature, polaron hopping would not be observed experi-
mentally unless the system temperature is lowered. In practical terms, despite
the disagreement between our results and those of Nagaraja et al. regarding
the stability of the self-trapped hole, the conclusion deduced is similar in both
cases: polaron hopping will not play a significant role in hole conduction in the
conditions at which devices operate.

3.2. Crystalline Ir-containing phases

Ir-containing phases have many similarities to their Rh-containing counter-
parts. In the case of ZnO doped with Ir, like in ZnO:Rh, O atoms linked to Ir
move away, although in this case the displacements are slightly larger, about
0.2 Å. Once again, one O atom in the next-nearest neighbour sphere of Ir shows
a large displacement by about 1.0 Å to attach to Ir, increasing its coordination
to 5 and creating a slightly distorted bipyramid. Like Rh, Ir induces a series of
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localized occupied levels in the gap of ZnO, between 1.3 eV and 2.6 eV above
the VBM, and unoccupied levels around 2.0 eV above the CBM (see Fig. 2).
Hole addition produces charge localization on Ir, but only slight displacements
of the O atoms around it are observed. Occupied Ir levels remain in the band
gap, but only at 0.8 eV and 1.6 eV above the CBM, while unoccupied levels are
found now about 0.6 eV above the CBM.

In the case of the Ir spinel the gap region is dominated by the Ir states like in
the Rh spinel. Our results also agree with Scanlon et al. in finding a CBM with
large contributions of Ir s states instead of d states, in contrast with the case of
ZnRh2O4. Addition of a hole also has di!erent behaviour than in the Rh spinel.
In this case, the hole is evenly distributed between two nearest-neighbour Ir
atoms (see Fig. 3 (d)). We were unable to find a solution for the hole localized
on one atom despite trying several precursor local distortions. The distance
between these two atoms is reduced by about 0.2 Å, while the surrounding O
atoms move slightly to accomodate this new arrangement, although their O-Ir
distances hardly change. This localized hole induces an unocuppied level at
around 0.8 eV from the VBM (see Fig. 4). Self-trapping energy of this polaron
is about -0.51 eV, larger than in the Rh spinel. However, the di!usion barrier
calculated by linear interpolation is quite small, about 0.02 eV. Like in the case
of the Rh spinel, this result suggests that polaron hopping is going to have
negligible impact on the conductivity of the system at room temperature.

3.3. Amorphous ZnRh2O4 and ZnIr2O4

Fig. 5 shows the partial radial distribution functions (rdf) of the amorphous
structures obtained using the procedure described in the Methods section. In
general, the highest peaks in the rdf’s are displaced towards shorter distances
than in the spinel structure. In the case of the anion-cation distances, the
distance is about 0.2-0.4 Å shorter than in the spinel. Di!erences between
distances become larger in the cation-cation case, with values ranging between
0.3-0.5 Å with respect to the spinel. One exception is the M-M distance, which
becomes about 0.2-0.3 Å larger than in the spinel. Average coordinations are
smaller than those of the crystal. In the Zn-O case, the average is about 0.3
units smaller in ZnRh2O4 and 0.6 units smaller in ZnIr2O4. The M-O case
is more remarkable, as coordination drops from 6 to less than 4. This result
is very di!erent from the structural features proposed from the interpretation
of experimental data by Kamiya et al. for a-ZnRh2O4.[5, 33] These authors
propose a structure in which RhO6 octahedra are connected either by the edges
or the corners with other octahedra, although the samples studied were partly
crystallized. The structure obtained by MD consists mainly of RhO4 tetrahedra
linked to each other through their corners. This may have a noticeable impact
in the transparency of the system, as the d-d splitting in the gap region of the
crystalline phase is heavily influenced by the octahedral environment around
M. Conversion to a distorted tetrahedral environment may reduce the band gap
and lead to reduced transparency. Further studies using ab initio techniques on
the obtained geometries are in progress and will be able to clarify this aspect.
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4. Conclusions

Ab initio methods show that hole trapping processes take place both in ZnO
doped with small amounts of Rh/Ir and in the spinels ZnRh2O4 and ZnIr2O4.
In the latter case, we have found very small di!usion barriers for hopping of
the hole through the lattice. This indicates that hole trapping is not going
to play an important role in p-type conductivity of these materials. We also
propose models of the amorphous phase of these spinels, and observe that the
M-O coordination number decreases from 6 to around 4 in both in the Rh- and
Ir-containing phases. This change in coordination may have implications for the
transparency of the amorphous phases.
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Figure 1: Detail of the geometry around a M atom in the ZnO:M supercell. (a): neutral
ZnO:Rh, (b): ZnO:Rh with hole; (c) neutral ZnO:Ir; and (d): ZnO:Ir with hole. Central atom
is M, and O atoms are red. Bond distances in parentheses indicate the relaxations caused by
the M atom or hole with respect to the perfect ZnO lattice.

8



-2 -1 0 1 2 3 4

0

D
O

S
 (

A
rb

. 
u

n
it

s)

-2 -1 0 1 2 3 4 5

0

-3 -2 -1 0 1 2 3

E - E
f
 (eV)

0

-2 -1 0 1 2 3 4

E - E
f
 (eV)

0

(a) (b)

(c) (d)

Figure 2: !- and "-spin DOS in the gap region of ZnO:Rh (a), ZnO:Rh with localized hole
(b), ZnO:Ir (c), and ZnO:Ir with localized hole (d). Arrows on each graph show the position
of d levels in the conduction band corresponding to Rh or Ir.

9



Figure 3: Detail of the geometry and hole localization around a M atom in the ZnM2O4

supercells. (a): ZnRh2O4 with hole, (b): ZnIr2O4 with hole; (c) spin isosurface (S = 0.01) of
the hole distribution in the ZnRh2O4 supercell; and (d): spin isosurface of the hole distribution
in the ZnIr2O4 supercell (S = 0.01). M atoms are blue, O atoms are red and Zn atoms
are black. Spin isosurfaces are shown in grey. Bond distances in parentheses indicate the
relaxation caused by the hole.
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Figure 4: Total and partial DOS in the gap region of ZnRh2O4 (a) and ZnIr2O4 (b) with
localized hole.

Figure 5: Radial distribution functions for (a) amorphous ZnRh2O4 and (b) amorphous
ZnIr2O4 from the classical MD simulations. Dashed vertical lines show distances in the
crystalline phase calculated with the same interatomic potentials as in the MD simulations.
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Table 1: Comparison between band gaps and lattice parameters obtained with B3LYP and
experimental data.

B3LYP Exp.

ZnO
Band gap (eV) 3.24 3.37[34]

a(Å) 3.29 3.25[34]
c(Å) 5.29 5.207[34]

ZnRh2O4

Band gap (eV) 3.05 2.74[6]
a(Å) 8.65 8.51[35]

ZnIr2O4

Band gap (eV) 2.92 2.97[6]
a(Å) 8.77 8.51[6]

Table 2: Parameters for the M-O interatomic potentials and lattice constants for oxide cells
optimized using these potentials. C parameter is zero in both Rh-O and Ir-O potentials.
Values in parentheses correspond to the B3LYP calculated lattice constants.

Rh phases Ir phases
A (eV) 575.9563 514.6874
! (Å) 0.3719 0.3987

M2O3 lattice parameters
a (Å) 4.99 (5.13) 5.28 (5.27)
c (Å) 13.51 (13.85) 14.35 (14.34)

ZnM2O4 lattice parameter
a (Å) 8.39 (8.65) 8.75 (8.77)
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