
Subscriber access provided by UNIV OF CAMBRIDGE

Journal of the American Chemical Society is published by the American Chemical
Society. 1155 Sixteenth Street N.W., Washington, DC 20036
Published by American Chemical Society. Copyright © American Chemical Society.
However, no copyright claim is made to original U.S. Government works, or works
produced by employees of any Commonwealth realm Crown government in the
course of their duties.

Article

Time-Resolved IR Spectroscopy Reveals a Mechanism
with TiO2 as a Reversible Electron Acceptor in a
TiO2 – Re Catalyst CO2 Photoreduction System

Mohamed Abdellah, Ahmed M. El-Zohry, Liisa J. Antila,
Christopher D. Windle, Erwin Reisner, and Leif Hammarström

J. Am. Chem. Soc., Just Accepted Manuscript • Publication Date (Web): 24 Dec 2016

Downloaded from http://pubs.acs.org on December 26, 2016

Just Accepted

“Just Accepted” manuscripts have been peer-reviewed and accepted for publication. They are posted
online prior to technical editing, formatting for publication and author proofing. The American Chemical
Society provides “Just Accepted” as a free service to the research community to expedite the
dissemination of scientific material as soon as possible after acceptance. “Just Accepted” manuscripts
appear in full in PDF format accompanied by an HTML abstract. “Just Accepted” manuscripts have been
fully peer reviewed, but should not be considered the official version of record. They are accessible to all
readers and citable by the Digital Object Identifier (DOI®). “Just Accepted” is an optional service offered
to authors. Therefore, the “Just Accepted” Web site may not include all articles that will be published
in the journal. After a manuscript is technically edited and formatted, it will be removed from the “Just
Accepted” Web site and published as an ASAP article. Note that technical editing may introduce minor
changes to the manuscript text and/or graphics which could affect content, and all legal disclaimers
and ethical guidelines that apply to the journal pertain. ACS cannot be held responsible for errors
or consequences arising from the use of information contained in these “Just Accepted” manuscripts.



Time‐Resolved IR Spectroscopy Reveals a Mechanism with TiO2 as a 
Reversible Electron Acceptor in a TiO2—Re catalyst CO2 Photoreduc‐
tion System 

Mohamed Abdellah a,b*, Ahmed M. El-Zohry a, Liisa J. Antila a, Christopher D. Windle c, 

Erwin Reisner c, and Leif Hammarström a* 
a Ångström Laboratory, Department of Chemistry, Uppsala University, Box 523, 75120 Uppsala, Sweden 
b Department of Chemistry, Qena Faculty of Science, South Valley University, 83523 Qena, Egypt 
c Christian Doppler Laboratory for Sustainable SynGas Chemistry, Department of Chemistry, University of Cambridge, Lensfield Road, 
Cambridge CB2 1EW, U.K. 

 

KEYWORDS: CO2 photo-catalytic reduction, fs and ns time resolved IR spectroscopy, TEOA, Re molecular catalyst, and 
photo-catalytic mechanism 

 

ABSTRACT: Attaching the phosphonated molecular catalyst [ReIBr(bpy)(CO)3]
0 to the wide-band gap semiconductor TiO2 

strongly enhances the rate of visible-light driven reduction of CO2 to CO in dimethyl formamide (DMF) with triethanolamine 
(TEOA) as sacrificial electron donor. Herein, we show by transient mid-IR spectroscopy that the mechanism of catalyst 
photoreduction is initiated by ultrafast electron injection into TiO2, followed by rapid (ps-ns) and sequential two-electron oxidation 
of TEOA that is coordinated to the Re center. The injected electrons can be stored in the conduction band (CB) of TiO2 on a ms-s 
time scale, and we propose they lead to further reduction of the Re-catalyst and completion of the catalytic cycle. Thus, the excited 
Re catalyst gives away one electron and would eventually get three electrons back. The function of an electron reservoir would 
represent a role for TiO2 in photo-catalytic CO2 reduction that has previously not been considered. We propose that the increase in 
photocatalytic activity upon heterogenisation of the catalyst to TiO2 is due to the slow charge recombination and the high oxidative 
power of the ReII species after electron injection, as compared to the excited MLCT state of the unbound Re catalyst or when 
immobilized on ZrO2, which results in a more efficient reaction with TEOA. 

INTRODUCTION 

Tremendous efforts have been made to explore new energy 
resources in order to face the problems of energy shortage and 
global warming. Continuous increase of the CO2 concentration in 
the atmosphere is the main reason behind global warming.1 A 
smart solution is to convert CO2 emissions to fuels or other useful 
chemicals, which is one of the goals of artificial photosynthesis.2-

10 Photocatalytic and photoelectrocatalytic reduction of CO2 has 
been achieved by employing metals and semiconductors11-13 or 
enzymes bound to photoelectrodes.14,15 The former suffers from 
poor selectivity and, in contrast, the latter shows excellent 
selectivity but suffers from stability issues.14,15 Balancing between 
both high selectivity and stability can potentially be achieved 
using synthetic molecular catalyst for CO2 reduction.7,10,11,16-20 
Generally, there are two approaches to CO2 photoreduction with 
synthetic molecular catalysts. In the first one, the catalyst receives 
electrons from a photosensitizer after the excitation. In the second 
approach, the catalyst itself plays a dual role, working as both 
photosensitizer and catalyst, as exemplified by the rhenium 
tricarbonyl bipyridine bromide [ReIBr(bpy)(CO)3]

0 catalyst.7,20 

Recently, some of us attached this catalyst to an n-type TiO2 
semiconductor via phosphonic acid linker groups (TiO2—
[Re(2,2’-bipyridine-4,4’-bisphosphonic acid)(CO)3(L)], where 
initially L = Br- but is replaced during the photoreaction; Scheme 

1). In the presence of triethanolamine (TEOA as electron donor 
this led to a higher yield (TON) of CO2 photoreduction compared 
to both the homogenous system without TiO2 and to systems 
where the same catalyst was attached to other metal oxides, such 
as ZrO2.

21 TiO2 was proposed to stabilize reduced catalyst 
intermediates and hinder formation of unreactive Re-Re dimers, 
but not participate directly in the electron transfer reactions. 

In the present study we attempt to answer several questions, in 
order to understand the role of TiO2 and to propose the photo-
reduction mechanism of the attached catalyst. First, is TiO2 
unreactive or is the excited [ReBr(bpy)(CO)3]

 oxidized by 
electron injection into TiO2 as has been shown in some cases22? 
Second, what are the roles of the TEOA in the photocatalytic 
process? Finally, what is the role of TiO2 in the photoreduction 
process? To answer these questions we used time-resolved IR 
(TRIR) in the region of CO stretching vibrations, from time scales 
of femtosecond up to seconds. The ν(CO) is very sensitive to the 
electron density of the central Re ion, allowing us to identify and 
follow the Re excited state and different oxidation states.23-25 

 

EXPERIMENTAL SECTION 

Steady-state spectroscopy. Steady-state absorption and emission 
were recorded using a Varian Cary 5000 and a Horiba Jobin Yvon 
Fluorolog, respectively. The emission spectrum for 
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[ReIBr(bpy)(CO)3]
0 in DMF was corrected for the wavelength-

dependent instrument sensitivity and measured at the right angle 
using 1 cm quartz cuvette. IR spectrum for [ReIBr(bpy)(CO)3]

0 in 
DMF was recorded in a modified Omni cell (Specac) with O-ring 
sealed CaF2 windows and a path length of 100 µm using a Bruker 
IFS 66v/S FTIR spectrophotometer controlled by OPUS softwear. 
IR spectra for TiO2—[ReI(bpy)(CO)3DMF]+ on CaF2 films were 
measured directly using the same setup. In order to monitor the 
ligand exchange in the presence of TEOA and CO2, the attached 
catalyst on TiO2 films (on CaF2) were immersed into a 
DMF/TEOA (5:1) mixture with continuous CO2 bubbling. 

Ultrafast transient mid-IR absorption spectroscopy. The 1 mJ, 
45 fs output of a 1 kHz Ti:Sapphire amplifier (Spitfire Pro, 
Spectra-Physics) was split into two separate commercial optical 
para-metric amplifiers (TOPAS-C, Light Conversion), which 
generate the visible pump 418 nm and the mid-IR probe (1850–
2200 cm-1) pulses. Prior to reaching the sample, the probe beam 
was split into equal intensity probe and reference beams using a 
wedged ZnSe window. Both beams pass through the sample, but 
only the probe beam interacts with the photoexcited volume of the 
sample. All beams are focused with a single f = 10 cm off axis 
parabolic mirror to a ~70 μm spot size in the sample. The pump 
intensity was attenuated to 650 μW. The probe and reference 
beams were dispersed by a commercial monochromator (Triax 
190, HORIBA Jobin Yvon) equipped with a 75 groove/mm 
grating and detected on a dual array, 2x64 pixel mercury cadmium 
telluride detector (InfraRed Associated, Inc). The instrument 
response function for the experiments was approximately 100 fs. 
The sample was mounted in a Harrick flow cell.26 

Transient mid-IR absorption spectroscopy. A frequency 
doubled Q-switched Nd:YAG laser (Quanta-Ray ProSeries, 
Spectra-Physics) was employed to obtain 355 nm pump light, 10 
mJ/pulse with a FWHM of 10 ns. 355 nm pump light used 
through MOPO crystal to generate 440 nm light to pump the 
sample. Probing was done with the continuous wave quantum 
cascade (QC) IR laser with a tuning capability between 1960–
2150 cm-1 (Daylight Solutions). For IR detection a liquid 
nitrogen-cooled mercurycadmium-telluride (MCT) detector 
(KMPV10-1-J2, Kolmar Technologies, Inc,) was used. The IR 
probe light was overlapped with the pump beam in a quasi-co-
linear arrangement at 25° angle. Transient absorption traces were 
acquired with a Tektronix TDS 3052 500 MHz (5GS/s) 
oscilloscope in connection with the L900 software (Edinburgh 
Instruments) and processed using Origin 9 software.27,28 

For the spectroscopy measurements, 2 mg of the catalyst is 
dissolved in 10 ml of DMF then mesoporous TiO2 (anatase 
nanoparticles with average size ~ 20 nm and bandgap ~3.2 eV) 
films are immersed in this solution for the sensitization process 
for 20 hours while the photo-catalytic measurements carried out 
for colloidal TiO2—catalyst hybrid system.21 The catalyst has a 
broad MLCT band at λ = 380 nm followed by a ultra-violet band 
below 350 nm due to ligand centered transitions.29 The MLCT 
band maintains the same after the attachment to the TiO2 (Figure 
S1B).24 The MLCT state generates a characteristic broad emission 
band at λ=600 nm for the triplet state 3(Re)* (see inset of Figure 
S1B). The FTIR spectrum for TiO2—[ReI(bpy)(CO)3DMF] shows 
the stretching vibration of the (CO)3 groups at 2041 and 1934 cm-1 
which confirms i) the attachment of the catalyst on TiO2 surface. 
And ii) the replacment of the Br ligand with DMF ligand on the 
surface of TiO2 (Figure S1C). The stretching vibration of the 
(CO)3 groups shifts from 2024 and 1882 cm-1 for the Br version to 
higher wavenumbers due to the formation of DMF version.21,30 

 

RESULTS AND DISCUSSION 

Electron injection from excited [ReI(bpy)(CO)3DMF]* to 
TiO2: To investigate the electron injection from the excited 
catalyst [ReI(bpy)(CO)3DMF]* to TiO2, first we used the same 
sensitization conditions to attach the catalyst to ZrO2 (non-
injecting semiconductor as a reference).31 Then we used fs-TRIR 
to test the electron injection process. The ZrO2—
[ReI(bpy)(CO)3DMF]+ system shows the typical spectral features 
of the excited [ReI(bpy)(CO)3]*: the bleach of the ground state 
CO bands (GSB) at ~2040 cm‐1

 and around 1960 cm‐1
 and the 

corresponding  excited‐state  bands  (ESA)  at  ~2057  cm‐1
  and 

around  2010  cm‐1
  (Figure 1A).32 In addition to these spectral 

features, the TiO2—[ReI(bpy)(CO)3DMF]+ system shows: i) a 
new peak on the higher wavenumber side compared to the ground 
state bleach (GSB) due to the oxidized state of the catalyst,[ 
ReII(bpy)(CO)3DMF]2+ (at 2088 cm-1)25 ii) a broad absorption 
band in the entire probe region due to electrons in the TiO2 
conduction band (CB) (TiO2(e

-)—[ReII(bpy)(CO)3DMF]2+)22,25 
(Figure 1B). The amplitude of both the oxidized catalyst 
[ReII(bpy)(CO)3]

2+ peak and the electrons in the TiO2 CB increase 
with increasing delay time with no decay up to 5 ns. Thus, there is 
no observable charge recombination on this time scale, but instead 
a slow additional component of electron injection. The traces at 
2088 cm-1 (oxidized catalyst after back ground subtraction of e-

CB 
signal) and at 2125 cm-1 (e-

CB signal) have different kinetics 
(Figure S2B). The electron trace shows significant appearance of 
the e-

CB signal on a ~2 ps time scale, while the oxidized catalyst 
peak growth is slower (~30 ps). This difference could be because 
the electron signal is very strong and initially buries the oxidized 
catalyst peak. The catalyst peak is initially broad but narrows with 
time, and is thus more clearly seen, as has been observed 
before.22,32,33 The spectral narrowing occurs on ~ 30 ps time scale. 
In separate experiments using ns-laser excitation with a cw-IR 
laser probe (see Experimental section), we found that the 
electrons recombine on the tens of µs time scale (Figure S2A). 

The role of TEOA: TEOA is not just an external (outer-sphere) 
electron donor in DMF solutions. Instead, under illumination in 
the presence of TEOA the [ReI(bpy)(CO)3DMF]+ catalyst binds 
CO2 in the form of a TEOA-CO2 carbonate ligand 
([ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

0; Scheme 1). Ishitani and 
coworkers showed the analogous ligand exchange process for the 
homogeneous [ReI(bpy)(CO)3DMF]+ catalyst in the presence of 
TEOA and CO2 by using FTIR and ESI-MS measurements.30 
Based on their findings and FTIR spectra, we could confirm the 
formation of TiO2—[ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

0 under 
irradiation in the presence of TEOA and CO2 (Figure S3A, S3C 
and scheme 1). Fs-TRIR spectroscopy shows that also after ligand 
exchange the new species [ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

0 
is able to inject electrons to TiO2 (Figure S3B and S3D). The 
ultrafast electron injection has the same amplitude with and 
without TEOA and CO2 indicating that the injecting species is the 
major species (Figure S3E). 

Moreover, we found that for TiO2—[ReI(bpy)(CO)3-OC(O)O-
(CH2)2NR2]

0 the oxidized catalyst TRIR peak on the high 
wavenumber side of the GSB is absent, while the electrons are 
clearly present in the CB of TiO2. Thus, the TEOA-ligand seems 
to be able to reduce the oxidized catalyst on the same time scale 
as the electron injection process, forming the species where the 
“hole” has moved to the TEOA ligand: TiO2(e

-)—
[ReI(bpy)(CO)3-OC(O)O-(CH2)2N

•+R2]
+. Figure 1C shows the 

TRIR spectra of TiO2—[ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]
0 

where the e-
CB signal at 2100 cm-1 has been subtracted, to 

emphasize the molecular signals. The CO signals of TiO2(e
-)—

[ReI(bpy)(CO)3-OC(O)O-(CH2)2N
•+R2]

+ are upshifted compared 
to the ground state complex, consistent with formation of a cation 
radical in the vicinity of the ReI center. We note that the spectra 
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are similar to those of the (bpy-)ReII MLCT state on ZrO2, but 
they are more narrow and do not show the same shift with time as 
the MLCT state on ZrO2. For TiO2 sample the peak stabilizes at 
2036±1cm-1 within 1 ps while the ZrO2 sample red-shifts by 10 
cm-1 during 500 ps (see Figure S4). The signal of TiO2(e

-)—
[ReI(bpy)(CO)3-OC(O)O-(CH2)2N

•+R2]
+ should therefore not be 

mistaken for an MLCT state. 

 
Figure 1, A) fs-TRIR for the ZrO2—[ReI(bpy)(CO)3]

+ system in 
DMF, B) fs-TRIR for the TiO2—[ReI(bpy)(CO)3]

+ system without 
TEOA, and C) fs-TRIR for the TiO2—[ReI(bpy)(CO)3-OC(O)O-
(CH2)2N

+R2]
+ system in DMF/TEOA solution (5:1) and CO2 

bubbling (the absorption at 2100 cm-1 was subtracted from the 
spectra to emphasize molecular signals). 

 
Scheme 1. Ligand exchange process combined with CO2 
capturing of the [ReI(bpy)(CO)3DMF]+ catalyst in TEOA/CO2 
solution. 

The reactions were followed on a longer time scale using a ns-
laser/TRIR setup. Figure 2 compared the TRIR spectra of TiO2—
[ReI(bpy)(CO)3DMF]+ without (2A) and with (2B) TEOA and 
CO2. At first sight, in figure 2A, we can recognize the GSB peak 
and the oxidized catalyst peak TiO2(e

-)—[ReII(bpy)(CO)3DMF]2+ 
on the higher wavenumber side, which agrees very well with the 
fs-FTIR results of Figure 1A. These signals decay on a time scale 
of a few μs. In contrast, after introducing TEOA and CO2, we 
found that, in addition to the GSB of TiO2(e

-)—[ReI(bpy)(CO)3-
OC(O)O-(CH2)2NR2]

0 30 at 2020 cm-1, an absorption peak appears 
on the lower wavenumber side, and this grows stronger during the 
first few 100’s of ns. This means an increased electron density on 
the Re center, and can be attributed to a singly reduced 
catalyst.34,35 Our assignment is based on the following spectral 
analysis. We subtract the spectrum at 50 ns from the spectrum at 
.org/10.1021/ic102324p</url></related-urls></urls><electronic-
2 (Figure S3F). The resulting peak at 2015 cm-1 for the sample 
with TEOA/CO2 which is in good agreement with the results of 
Kubiak and coworkers,34 who reported the FTIR spectrum of the 
singly reduced species [(tbu2-bpy)(CO)3ReCl]- (tbu2-bpy = 4,4’-
ditertbutyl-2,2’-bipyridine), where the added electron density 
centered mostly on the bipyridine ligand.34 The electron density 
on the Re center induced by the anionic Cl- ligand in their work is 
matched by the carbonate ligand in the present case. The doubly 
oxidized TEOA (R2-N-(CH2)2OH) is formed via deprotonation 
and rearrangement to the corresponding R2N

+=CH-CH2OC(O)O- 
species. Thus, we propose the structural notation TiO2(e

-)—
[ReI(bpy-)(CO)3-OC(O)O-CH2CHN+R2]

0 for the reduced catalyst 
species, from which one proton has been released. Note that the 
formation of the singly reduced catalyst is not on the expense of 
the electrons in the TiO2 CB as the entire background absorption 
increases on the same time scale (Figure 2B). The only other 
plausible electron source for catalyst reduction is the oxidized 
TEOA radical [OC(O)O(CH2)2NR2]

•+ that is unstable and highly 
reducing, so that each TEOA can donate two equivalents of 
electrons.36-39 On ZrO2 instead, there was no measurable for-
mation of the singly reduced catalyst on this time scale (Figure 
S3F). This finding confirms that electron injection from 
[ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

+ into TiO2 plays a role in 
the photoreduction process. This triggers the first oxidation of 
TEOA on a ps time scale, and releases a second equivalent of 
electrons on a time scale of 1 μs. The second equivalent mostly 
reduces the Re catalyst, but some apparently ends up as CB 
electron. This can possibly be explained by the close proximity 
of the Re-coordinated TEOA to TiO2, or by prior decoordination 
of TEOA radical from the Re complex. Thermodynamically, 
TEOA radical has enough reducing power to reduce Re complex 
and consequently, it is able to reduce the CB of TiO2.

37 Figure 3A 
compares the traces at 2015 cm-1 with and without introducing 
TEOA/CO2, corresponding to the transient spectra in Figure 2, 
which illustrates the differences in reactions on this time scale. 
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Figure 2, A) ns-TRIR spectra at different time delays after the 
photo-excitation for A) TiO2—[ReI(bpy)(CO)3DMF]+, and B) 
TiO2—[ReI(bpy)(CO)3] in the presence of TEOA/CO2. The 
molecular GSB is at 2040 and 2025 cm-1, respectively, in 
agreement with FTIR spectra. Panel B marks also the peak at 
2015 cm-1 for the singly reduced catalyst TiO2(e

-)—
[ReI(bpy-)(CO)3-OC(O)O-CH2CHN+R2]

0. 

In the absence of TEOA/CO2 most of the signal from CB 
electrons in TiO2 decays within 10 µs, by charge recombination 
with the oxidized catalyst: TiO2(e

-)—[ReII(bpy)(CO)3DMF]2+  
TiO2—[ReI(bpy)(CO)3DMF]+. In the sample with TEOA/CO2 
instead, the electrons in the TiO2 CB do not show any decay up to 
tens of ms (Figures 3A and 3B). From the transient spectra and 
traces it is clear that the reduced catalyst [ReI(bpy-)(CO)3-
OC(O)O-CH2CHN+R2]

0 forms on a rapid time scale τ1 = 35 ns 
followed by a slow rise in Figure 3A (τ2 = 1.8 µs). At the same 
time the background signal of CB electrons increases for which 
the IR extinction coefficient is larger than for the catalyst species 
(cf. the relative Abs of the molecular peak vs. broad background 
in Figure 2B). 

TiO2 role in CO2 photoreduction by [ReI(bpy)(CO)3]
+ catalyst: 

The data indicate that there is an electron injection from the 
excited [ReI(bpy)(CO)3L]* to the TiO2 CB on the ps time scale. 
For the sample with TEOA/CO2 this leads to phototriggered 
oxidation of TEOA and formation of a reduced catalyst, which is 
not seen on ZrO2. Therefore, TiO2 has an active role in the light 
induced electron transfer reactions of this system. To further 
investigate the role of TiO2 we probed the destiny of CB electrons 
on longer time scales. 

 

Figure 3, A) traces at 2015 cm-1 for TiO2-catalyst (red) and for 
TiO2-calayst in the presence of TEOA and CO2 (black) up to 10 
µs (inset: showing the rising component), and B) traces at 2100 
cm-1 (electrons in the TiO2 CB) for TiO2-catalyst (red) and TiO2-
catalyst in the presence of TEOA/CO2 (black) up to 1.5 sec. delay 
after the photo-excitation. 

Figure 3B compares the traces at 2100 cm-1 (CB electron 
absorption region) up to 1.5 seconds after photo-excitation of the 
TiO2-catalyst without (red trace) and with introducing TEOA/CO2 
(black trace). Without TEOA/CO2 no electrons are left in the TiO2 
CB on this time scale, but introduction of TEOA and CO2 to the 
attached catalyst changes the kinetics drastically. Clearly, the 
electrons are still in the TiO2 CB on this time scale and only 
around 50% of the electrons had disappeared from the CB after 
around 100 ms, while the remaining 50% decays with   1 s. 
This time scale (  1 s) is very similar to what was reported for 
decay of the reduced catalyst signal ( = 0.4 s) at 500 nm (bpy-ReI 
- signal) 21 even though we could not follow the molecular signal 
by mid IR on the ms to seconds time scale. It is important to note 
that there is no accumulation of more reduced catalyst species 
upon repeated laser flashing or continuous irradiation. Thus, we 
propose that the CB electrons are added to the reduced catalyst, 
and lead to catalytic turnover, restoring the sample to the initial 
TiO2—[ ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

0 state; we discuss a 
possible mechanism in the next section. At present we do not 
know if the CB electrons that decay with   89 ms also 
contribute to catalyst reduction, or if they are lost in side 
reactions. In any case, these experiments add more evidence that 
TiO2 plays a role in the photocatalytic reduction of CO2 in this 
system other than being a scaffold. In this context, we note again 
that formation of the singly reduced catalyst [ReI(bpy-)(CO)3-
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OC(O)O-(CH2)2N
•+R2]

0 on ZrO2, by quenching of the excited Re 
complex by the appended TEOA, was not measurable (Figure 
S3F), which means that the electron injection process in TiO2 
promotes formation of this species. This agrees well with the 
differences in catalytic activity of the catalyst on TiO2 and on 
ZrO2.

21 

Proposed photocatalytic mechanism: The mechanism of CO2 
reduction by [ReI(bpy)(CO)3L] catalysts is still under debate, with 
different mechanistic pathways being discussed.8,35,40,41 Under 
electro-catalytic reduction conditions, the complex typically 
undergoes a two-electron reduction and loses the labile ligand (L) 
to form a [Re(bpy)(CO)3]

- species that binds to CO2 and enters the 
catalytic cycle.41 However, under photo-catalytic reduction 
conditions, already the one-electron-reduced complex 
[Re0(bpy)(CO)3]

 may bind to CO2 and start the catalytic cycle.42 
Attaching the catalyst to TiO2, improves the catalytic activity but 
it also increases the mechanistic complexity further. Scheme 2 
presents our proposed mechanism of the photo-catalytic reduction 
of CO2 using TiO2—[ReI(bpy)(CO)3DMF]+ system in the 
presence of TEOA/CO2 in DMF solution. As shown above TiO2-
[ReI(bpy)(CO)3]

+ is able to capture CO2 and bind it as a 
carbonated TEOA ligand, forming the catalyst TiO2—
[ReI(bpy)(CO)3-OC(O)O-(CH2)2NR2]

0. Upon photoexcitation of 
this complex, electron injection into the CB of TiO2 occurs on the 
ps time scale. This is rapidly followed by electron transfer from 
the bound TEOA ligand [-(CH2)2NR2] to the oxidized catalyst to 
form TiO2(e

-)—[ReI(bpy)(CO)3-OC(O)O-(CH2)2N
+R2]

+. On a ns-
µs time scale the (-(CH2)2NR2)

•+
 radical cation shifts the radical 

from the nitrogen to an adjacent carbon, that deprotonates, 
and donates a second electron to further reduce the complex 
and  form TiO2(e-)—[ReI(bpy-)(CO)3-OC(O)O-CH2CHN+R2]

0 + 
H+. This must be followed by release of the oxidized TEOA to 
form the CO2-bound catalyst TiO2(e

-)—[ReII(bpy)(CO)3CO2]
0, 

where the CO2 carbon now coordinates to the Re center and two 
reducing equivalents are located on the CO2 group. The CO2 may 
be derived from the carbonate-TEOA ligand that loses TEOA and 
rearranges to carbon coordination. Alternatively, the entire ligand 
decoordinates to form the one-electron-reduced, 17-electron 
species TiO2(e

-)—[ReI(bpy-)(CO)3]
0 that then binds another CO2 

molecule. Both pathways end up forming the critical TiO2(e
-)—

[ReII(bpy)(CO)3CO2]
0 species. On a time scale of milliseconds to 

seconds, electrons in the CB of TiO2 reduce [ReII(bpy)(CO)3CO2]
0 

to form the metallocarboxylate intermediate species TiO2—
[ReI(bpy)(CO)3CO2]

-. The metallocarboxylate intermediate can 
undergo a protonation (from TEOA/DMF) followed by loss of 
H2O to generate TiO2—[ReI(bpy)(CO)3CO]+.42 This 18-electron 
species must be reduced before CO is released and the starting 
complex is regenerated. The question is where does this final 
electron come from under our experimental conditions. Based on 
results from Kubiak and coworkers35, we suggest that a small 
fraction of a electron equivalents, from the TiO2 CB, could 
catalytically reduce the entire population of [ReI(bpy)(CO)3CO]+. 

Kubiak and coworkers found that sub-stoichiometric amounts 
(0.1 eqs) of reductant was sufficient to convert an entire sample 
of [ReI(bpy)(CO)3CO]+ to [ReI(bpy)(CO)3DMF]+ in homogeneous 
solution. They presented a mechanism with an electron-transfer-
catalyzed ligand exchange.35 Formation of TiO2—[ReI(bpy-

)(CO)3CO]0 in a small amount leads to replacement of CO with 
solvent molecule (DMF) to form TiO2—[ReI(bpy-)(CO)3DMF]0. 
This complex is more reducing than the CO-complex and 
therefore undergoes electron transfer with TiO2—
[ReI(bpy)(CO)3CO]+ to propagate the reduction-ligand exchange 
process, according to the small loop presented in Scheme 2.35 
Finally, TiO2—[ReI(bpy)(CO)3DMF]+ binds TEOA and CO2 to 
reform the starting material, as it was before laser flash initiation. 
Note that the scheme does not indicate all possible charge 

recombination steps and other loss pathways, which presumably 
make the overall quantum yield much less than 100%. The most 
interesting part of the proposed mechanism is that the catalyst is 
able to inject electrons to TiO2 and when the catalyst becomes 
reduced by TEOA it can accepts the electron back. This explain 
the redox active role of TiO2 as a electron reservoir in TiO2—
catalyst system in presence of TEOA and CO2. 

 
Scheme 2, proposed photo-catalytic mechanism of attached 
[ReI(bpy)(CO)3]

+ catalyst attached to TiO2 surface for CO2 
reduction. The states formed on the ps-s time scale were 
spectroscopically observed (above the dashed line) while the 
remaining species (below the dashed line) are suggested based on 
published mechanisms to complete a catalytic turnover (see text). 
For simplicity of notation we ignore the (CO)3 groups in the 
catalyst chemical structure in this scheme. 

 

CONCLUSION 

We have shown that TiO2 plays an important and active role in 
the photo-catalytic reduction of CO2 by the [ReI(bpy)(CO)3L]+ 
catalyst in DMF with TEOA. Firstly, the electron injection from 
the excited catalyst to TiO2 is followed by rapid and efficient 
regeneration of the ReI center by the attached TEOA ligand. A 
second electron transfer, from the TEOA radical cation, leads to 
formation of the singly reduced [ReI(bpy-)(CO)3L] species on the 
time scale of 35 ns. We propose that the increase in photocatalytic 
activity observed when the catalyst is bound to TiO2, as compared 
to ZrO2 or in homogeneous solution21, is due to the slow charge 
recombination and high oxidative power of the ReII species after 
injection, as compared to the excited MLCT state on ZrO2 or in 
solution, which results in a more efficient reaction with TEOA. 
Secondly, it seems that TiO2 works as an electron bank that is able 
to accept, save and give back the electrons to the catalyst and thus 
to help complete the photochemical reduction of CO2. 
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Supporting Information. 
steady-state absorption, emission and IR, and complementray 
time-resolved IR spectroscopic data. This material is available 
free of charge via the Internet at http://pubs.acs.org. 
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