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Hydrolysis of organometallic and metal-amide precursors: 
Synthesis routes to oxo-bridged heterometallic complexes, metal-
oxo clusters and metal oxide nanoparticles  

J. A. Garden,*a S. D. Pike*b 

The hydrolysis reaction between Brønsted basic organometallic or metal-amide reagents with Brønsted acidic OH groups 

from water or metal-hydroxides may act as a ŎƻƴǘǊƻƭƭŜŘ ǎǘƻƛŎƘƛƻƳŜǘǊƛŎ ǎǘǊŀǘŜƎȅ ŦƻǊ ǘƘŜ ŦƻǊƳŀǘƛƻƴ ƻŦ aҍhҍa ōƻƴŘǎ, if careful 

consideration of reaction conditions is employed. This article explores the utilisation of highly reactive organometallic and 

metal-amide complexes from across the periodic table as reagents for the synthesis of metal-oxo clusters, oxo-bridged 

heterobimetallics and metal oxide nanoparticles. Such reactivity typically occurs at low temperatures with the release of 

hydrocarbon or amine by-ǇǊƻŘǳŎǘǎΦ ¢ƘŜ ƛƳǇŀŎǘ ƻŦ ƭƛƎŀƴŘ ŎƻƻǊŘƛƴŀǘƛƻƴΣ aҍ/ ōƻƴŘ ǎǘǊŜƴƎǘƘΣ aҍhI ŀŎƛŘƛǘȅ ŀƴŘ ǊŜŀŎǘƛƻƴ 

temperature are discussed.

1. Introduction 

In the laboratory much time and effort is spent keeping water 

molecules outside of the reaction flask, especially when highly 

reactive metal complexes are used. It is commonly recognised 

that organometallics (such as ZnEt2) or metal-amides [such as 

Fe(N(SiMe3)2)2] react rapidly with moisture to form the 

respective metal oxide materials. However, such potent 

reactivity can be advantageous if the source and stoichiometry 

of water is carefully controlled and the reaction conditions (e.g. 

temperature and speed of addition) are carefully considered. By 

harnessing this ability to craft metal-oxygen-metal connectivity 

a range of desirable metal-oxygen molecular species,  
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nanoparticles (NPs) and materials may be generated in a 

controlled manner. This perspective will examine synthetic 

routes to form (mixed) metal-oxo molecular clusters and NPs 

using reactive metal species, focussing on the reaction of 

organometallics (MRx) and metal-amides (M(NR2)x) with protic 

reagents such as water or metal-hydroxides. 

 
1.i Preparation and applications of metal oxides 

The simple combination of metal cations with oxide anions 

produces a host of remarkable materials with applications 

spanning ceramics, semiconductors and magnetic materials.1, 2 

Titanium dioxide is used in sun creams, solar cells and self-

cleaning windows;3, 4 zinc oxide has antibacterial properties, 

and is used in varistors;5 and indium tin oxide is a transparent 

conductor allowing for touch screen technology in modern 
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electronics.6 Nanoparticulate versions of metal oxides retain 

many of the useful material properties whilst greatly increasing 

the available surface area, leading to enhanced activity in 

applications such as catalysis,7 antibacterial surfaces8, 9 and 

sensing.10, 11 The conductivity of metal oxides may vary from 

metallic through semiconducting to fully insulating, determined 

by the electronic band structure of the material. The properties 

of these materials can be altered upon shrinking the crystallite 

dimensions into the nanoscale, and even further down to the 

realm of molecules. In a process known as quantum 

confinement, the band gap of metal oxides becomes enlarged 

upon shrinking.12 Molecular metal-oxo clusters13 may retain 

some properties of the related bulk metal oxide, yet typically 

exhibit enlarged band gaps,14 they have been applied as light 

harvesters for photocatalysis;15 and as single source precursors 

for chemical vapour deposition techniques.16 The cluster 

structures may be recognised as vertices within metal-organic-

frameworks (MOFs),17 and indeed pre-formed metal-oxo 

clusters may be assembled into microporous MOFs by 

mechanochemical techniques. Such simple processes promise 

access to MOFs using rapid, reliable and environmentally 

friendly synthetic routes.18-20 

Mixed-metal oxides, such as perovskites and spinels, play an 

increasingly important role in applications and devices, and 

have a range of important properties such as 

superconductance, magnetism and the ability to absorb solar 

energy.21, 22 Purposefully doping a secondary metal into a metal 

oxide has also been shown to influence the optoelectronic 

properties.23 At the molecular level, building mixed-metal 

ƻȄƛŘŜǎ όǿƛǘƘ aҍhҍaΩ connectivity) enables electronic 

communication between different metals through bridging 

oxygen centres, leading to complexes with highly tuneable 

function. Not only do these mixed-metal-oxo species show 

promise as effective precursors to mixed/doped metal oxide 

materials,24 they also display high catalytic activities within 

olefin polymerisation25 and the hydroamination of imines.26  

Metal oxides are traditionally formed by pH-controlled 

precipitation from aqueous solutions of metal salts, and the use 

of ligands or surfactants can help direct the reaction to well-

defined nanomaterials. Using a reactive metal precursor that 

undergoes stoichiometric hydrolysis with water instead, allows 

improved control over the reaction progress. Stoichiometric 

reactivity also allows access to partially hydrolysed species, 

which are inaccessible from aqueous routes. The ability to 

acquire partially hydrolysed species has played a vital role in  

Fig. 1 Scale of organometallic reagents and their properties. 

Ziegler-Natta polymerisation chemistry with the discovery of 

the co-catalyst methylaluminoxane (MAO), formed from 

AlMe3.27 A wide range of reactive organometallic and metal-

amide reagents are available, which present an emerging class 

of precursors for the synthesis of metal-oxo clusters, molecular 

mixed metal-oxo species, and NPs. 

 

1.ii Organometallic and metal-amide reagents: synthesis and 

structure 

Organometallic reagents have revolutionised many research 

areas, including catalysis, polymerisation chemistry and total 

synthesis. Their popularity is due to their high reactivity, 

coupled with their relatively straightforward synthesis and the 

broad variety of commercially available reagents. Desirable 

reactivity can often be achieved through careful consideration 

of the nature of the metal and the organo group, where a 

greater difference in electronegativity generally gives a more 

polarised, and hence, ƳƻǊŜ ǊŜŀŎǘƛǾŜ ƳŜǘŀƭҍ/ ōƻƴŘ όCƛƎ. 1).28 The 

reactivity can often be tuned further through the formation of 

adducts, such as the addition of a Lewis donor,29 LiCl salt,30 or a 

second, different metal, which can modulate the aggregation 

state and the charge distribution.31 Counterbalancing their 

beneficially high reactivity, organometallic reagents are often 

pyrophoric, air- and moisture-sensitive, and in some cases, 

light-sensitive.32 The Lewis acidic metal centres can interact 

with water and oxygen, while the unstable and reactive Rʵ 

group can rapidly react with protic sources such as water.  

 Most organometallic or metal-amide reagents are derived 

from highly reactive organolithium, organomagnesium or 

organoaluminium compounds. The common preparative route 

for organolithium and organomagnesium reagents is oxidative 

addition, where the metal is directly added to an organohalide 

(Fig. 2). This versatile synthetic method is generally well-

controlled, although side-ǊŜŀŎǘƛƻƴǎ ǎǳŎƘ ŀǎ ²ǳǊǘȊ ŎƻǳǇƭƛƴƎΣ ʲ-

hydride elimination, and the formation of mixed aggregates are 

possible. Organoaluminium reagents (AlR3) are often prepared 

through transmetallation (Fig. 2), with the exchange of an 

electropositive metal (Al) for a more electronegative metal (Hg), 

through oxidation of Al by HgR2. Less reactive organometallic 

reagents are typically prepared through subsequent metathesis 

reactions, such as the production of organozinc compounds 

(ZnR2) from LiR and ZnCl2, driven by the thermodynamically 

favourable formation of LiCl. The steric and electronic stabilising 

effects of the organo group significantly influence the reactivity, 

and the desired organo group is typically obtained through 

deprotonative metallation of a more acidic organic substrate 

such as an amine to form a metal-amide reagent (Fig. 2). These 

preparative routes are often combined to synthesise a desired 

reagent, giving access to a multitude of organometallic 

precursors. 

Although aҍw ōƻƴŘ ǇƻƭŀǊƛǘȅ ƛǎ ƪŜȅΣ ǊŜŀŎǘƛǾƛǘȅ is also 

influenced by the structure and bonding, which is affected by 

the solvent and the nature of the organo group. Some of the 

most reactive organometallic precursors display electron 

deficient bonding, with organo groups bridging between two or 
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Fig. 2 Synthetic routes to organometallic reagents. 

more metal centres. Organoaluminium reagents not only 

Ŏƻƴǘŀƛƴ ŜƭŜŎǘǊƻƴ ŘŜŦƛŎƛŜƴǘ !ƭҍwҍ!ƭ όоŎ-2e) bonds (which are 

highly polarised and reactive), but also possess low-lying vacant 

orbitals; these features increase their moisture sensitivity 

through facilitating nucleophilic attack by water. While still 

pyrophoric, organozinc reagents display lower reactivities, as 

ƭƻǿŜǊ ǇƻƭŀǊƛǘȅ ½ƴҍ/ ōƻƴŘǎ ǇƻǎǎŜǎǎ ŀ ƎǊŜŀǘŜǊ ŎƻǾŀƭŜƴǘ ŎƘŀǊŀŎǘŜǊΦ 

In the case of dialkyl- or diamide zinc reagents, including ZnEt2
33 

and Zn(N(SiMe3)2)2,34 monomeric, linear compounds are 

formed, which contain 2c-нŜ ½ƴҍ/κb ōƻƴŘǎΦ In contrast, tetra-

organotin complexes such as SnMe4 are tetrahedral, electron-

precise structures that are not moisture sensitive.35 While 

Sn(IV) is the more stable oxidation state, a range of more 

reactive Sn(II) organometallic and metal-amide complexes are 

also known. 

In contrast to s-block organometallics, transition metal 

organometallics ŘƛǎǇƭŀȅ ŀƴ ƛƴŎǊŜŀǎŜ ƛƴ ǘƘŜ aҍ/ ōƻƴŘ covalency 

and strength down a triad,36 arising from the involvement of d-

orbitals in the MҍC bonding - thus third row organometallics are 

typically less reactive than their first and second row analogues. 

The hydrolysis of high oxidation state organometallics such as 

Cp*MMe4 (M = Mo, W) may favour formation of terminal oxo 

groups (M=O), as such arrangements can help stabilise the high 

charge upon the metal. For example, Cp*WMe4 hydrolyses at 

elevated temperatures (>65°C) to form methylene bridged 

[Cp*W(=O)(˃ 2-CH2)]2.37 In contrast, Cp*TiMe3, with a lower 

oxidation state, reacts to form oxo-bridged dimeric 

(Cp*TiMe2)2( 2˃-O) and trimeric [Cp*TiMe(˃2-O)]3.38 Moving 

across the periodic table towards transition metals of higher 

electronegativities results in less polarised and less reactive 

aҍ/ ōƻƴŘǎΦ ²Ƙƛƭǎǘ copper-alkyl reagents are generally 

unstable, copper-aryl complexes typically exist as aggregates of 

Cu4, Cu5, Cu6 or Cu8.32 One commonly used precursor, copper 

mesityl (CuMes, Mes = 2,4,6-C6Me3H2), forms structures of 

different aggregation states depending on the donor solvent, 

with structural data reported for tetrameric and pentameric 

ring structures.39 

While the range of commercially available metal-amides is 

limited in comparison to organometallic reagents, a growing 

number may now be purchased, such as Sn(N(SiMe3)2)2, 

Fe(N(SiMe3)2)2 and Zn(TMP)2 (TMP = 2,2,6,6-

tetramethylpiperidide). Polar metal-amides can be readily 

prepared through deprotonative metalation of an amine, such 

as HN(SiMe3)2 (hexamethyldisilazane), TMP(H) or 

diisopropylamine, by reaction with organolithium, magnesium, 

aluminium or zinc reagents. Alternatively, the transmetallation 

of group 2 metals with Sn(II)-amide reagents is a useful strategy 

to prepare alkaline-earth metal amides such as Mg[N(SiMe3)2]2 

(Fig. 2).41, 42 These polar and reactive metal-amides can be 

converted to a broad range of lower polarity metal-amides 

through transmetallation with the relevant metal halide salt.40  

Although metal-alkoxides [M(OR)x] are commonly used as 

precursors to metal oxides,43 it should be noted that certain 

examples are not readily accessible: for example zinc [and other 

M(II)] alkoxides tend to form rather insoluble powders and 

copper(I) alkoxides are typically unstable. In both these cases 

commercially available and soluble organometallic reagents 

(e.g. ZnEt2 and CuMes) are more suitable precursors. 

Furthermore, the structure, bonding, and hydrolysis pathways 

of some organometallic reagents are well-established.44-48 This 

understanding, in combination with the wide variety that are 

commercially available or synthetically accessible, gives these 

reagents great scope as precursors to a range of metal-oxo 

species. 

 

1.iii Reactivity trends for the hydrolysis of organometallic 

precursors 

Hydrocarbons and amines have much larger pKa values than 

water [pKa values (in water): H2O, 15.75; NH3, 37.8; Ph-H, 43.0; 

Me-H, 48],49 therefore polar organometallic and metal-amide 

precursors typically act as strong Brønsted bases and are readily 

hydrolysed. Brønsted acid/base reactions are typically rapid and 

exothermic, and can occur at low temperatures. While the 

hydrolysis of metal-amides is less thermodynamically 

favourable than the analogous metal-alkyl/aryl reagents, metal-

amides can display enhanced kinetic basicity.50 Studies have 

suggested that the lone pair of electrons on the NR2 unit may 

accelerate the rate of hydrolysis, through facilitating proton 

transfer from H2O to the NR2 unit, to form a hydroxide 

species.51, 52 hƴŎŜ ŦƻǊƳŜŘΣ aҍhI ǳƴƛǘǎ Ƴŀȅ ǳƴŘŜǊƎƻ 

subsequent ŎƻƴŘŜƴǎŀǘƛƻƴ ǘƻ ŦƻǊƳ aҍhҍa ōƻƴŘǎΣ within metal-

oxo clusters53 or molecular (mixed-)metal-oxo compounds.25 In 

contrast, alcohols have lower pKa values which are closer to that 

of water, thus metal-alkoxides generally display poorer 

Brønsted basicity [pKa values (in water): MeOH, 15.21; EtOH, 

15.85; iPrOH, 16.48; tBuOH, 16.54].54 Despite this lower basicity, 

the hydrolysis of metal-alkoxides may be driven by an 

entropically favoured condensation process. 

Reactivity trends for the hydrolysis of organometallic 

reagents typically follow the polarizability of the MҍC bond, 

with the most rapid hydrolysis occurring for the most 

electropositive metals. The mechanism is generally expected to 

proceed via nucleophilic attack of water, followed by hydrolysis 

to a hydroxide intermediate, and subsequent condensation.44, 

55 The nucleophilic attack of water is facilitated by the presence 

of low-energy vacant orbitals which promote Lewis basic 

coordination of water to the metal, enabling low activation 

energy hydrolytic mechanisms via the enhanced acidity of the 

metal-aqua adduct. Polar organometallics such as MgR2, ZnR2, 

AlR3 and GaR3 are readily hydrolysed, thanks to the presence of 

both highly polarised MҍC bonds and low-energy vacant 

orbitals. Less Brønsted basic organometallic complexes do not 

deprotonate water as readily: for example, Cp2TiMe2 is  
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Fig. 3 Examples of organometallic complexes characterised with a metal-alkyl 

bond and a coordinated water ligand. 

reportedly water-stable. Furthermore, the solvent separated 

aqua complex [Cp2Ti(Me)(H2O)]+[B(C6F5)4ϐ  ǎȅƴǘƘŜǎƛȊŜŘ ŀǘ нлр Y 

(Fig. 3), has been isolated and characterised, a rare example of 

a first-row transition metal organometallic complex containing 

both a methyl ligand and a co-ordinated water molecule.56 The 

aqua complex, [Cp2TiMe(H2O)]+, eventually decomposes by 

proton transfer from the coordinated H2O to Me as 

demonstrated by isotope studies, indicating that an 

intramolecular proton transfer is key to hydrolysis in this 

system.56 Other organo-transition metal aqua complexes 

ōŜŀǊƛƴƎ ƳƻǊŜ ŎƻǾŀƭŜƴǘΣ ƴƻōƭŜ ƻǊ ƳŜǘŀǎǘŀōƭŜ ǘǊŀƴǎƛǘƛƻƴ ƳŜǘŀƭҍ/  

bonds have also been reported, including [Cp*TaMe(kN,O,O2,6-

(CH2O)NC5H3)(H2O)]+,57 [Re(Me)(O)(O2)2(H2O)·(diglyme)],58 and 

various Pt complexes including (2-pyridyl2SiMe2)PtMe3(H2O) 

(Fig. 3).59 

Within partially hydrolysed metal-oxo species,13 any 

unhydrolyzed organo- functionalities (and more strongly bound 

ligands, such as acac/carboxylate) will act as a ligating shell. The 

terminology associated with such partially hydrolysed species 

varies: ΨŎƭǳǎǘŜǊǎΩ ƛǎ ŀ ƎŜƴŜǊƛŎ ǘŜǊƳ ǘǊŀŘƛǘƛƻƴŀƭƭȅ ŀǎǎƻŎƛŀǘŜŘ ǿƛǘƘ 

rigidly coordinated metal-ƳŜǘŀƭ ōƻƴŘƛƴƎΣ ΨǇƻƭȅ-oxo-meǘŀƭƭŀǘŜΩ 

ƛǎ ŎƻƳƳƻƴƭȅ ŀǘǘŀŎƘŜŘ ǘƻ ŎƘŀǊƎŜŘ ǎȅǎǘŜƳǎΣ ΨƳƻƭŜŎǳƭŀǊ ŎŀƎŜǎΩ ŀǊŜ 

polycyclic compounds with an internal volume,60 and sol-gel 

chemists refer to metal-ƻȄƻŀƭƪƻȄƛŘŜǎ ŀǎ ΨƳƛŎŜƭƭŜǎ ǘŜƳǇƭŀǘŜŘ ōȅ 

self-assembƭȅ ƻŦ ƭƛƎŀƴŘǎΩ ƻǊ Ψa¢{![ǎΩΦ aƻǊŜ ǊŜŎŜƴǘƭȅΣ ǘƘŜ ǘŜǊƳ 

ΨŎƭǳǎǘŜǊΩ όƻǊ ΨŎƻƻǊŘƛƴŀǘƛƻƴ ŎƭǳǎǘŜǊΩύ Ƙŀǎ ŀƭǎƻ ōŜŜƴ ǳǎŜŘ ŦƻǊ 

compounds where several metal atoms are connected through 

bridging atoms or ligands,61 and so we shall hereafter refer to 

ǎǳŎƘ ǎǇŜŎƛŜǎ ǎƛƳǇƭȅ ŀǎ ΨƳŜǘŀƭ-ƻȄƻ ŎƭǳǎǘŜǊǎΩΦ  

¢ƻ ƎŜƴŜǊŀǘŜ aҍhҍa ōƻƴŘǎ ŦǊƻƳ ƻǊƎŀƴƻƳŜǘŀƭƭƛŎ ƻǊ ƳŜǘŀƭ-

amide reagents, addition of an oxygen source such as water or 

aҍhI ƛǎ ǊŜǉǳƛǊŜŘΣ ƎƛǾƛƴƎ ƎƻƻŘ ǎǘƻƛŎƘƛƻƳŜǘǊƛŎ Ŏƻƴǘrol. In 

contrast, metal-alkoxide precursors can indirectly generate an 

oxygen source by reaction or decomposition of the alkoxide 

ƭƛƎŀƴŘǎΦ CƻǊ ŜȄŀƳǇƭŜΣ ǊŜŀŎǘƛƻƴ ƻŦ aҍhw ǿƛǘƘ ŀ ŎŀǊōƻȄȅƭƛŎ ŀŎƛŘ 

Ŏŀƴ ƎŜƴŜǊŀǘŜ ŀƴ ŜǎǘŜǊ ŀƴŘ ŀ aҍhI ǳƴƛǘΣ ǿƘƛƭǎǘ ǘƘŜ ŘƛǊŜŎǘ 

formatiƻƴ ƻŦ aҍhҍa ōƻƴŘǎ Ǿƛŀ ǊŜƭŜŀǎŜ ƻŦ ŀƴ ŜǘƘŜǊ όwҍhҍw) has 

also been suggested at high temperatures.53, 62 Likewise, the 

decomposition of AlR2(OR) or AlR2(O2CR) complexes, in the 

presence of excess AlRx, may also form AlҍOҍAl bonds directly 

alongside alkane or ester byproducts.63, 64 The reaction of metal-

alkoxides with water can thus form mixtures of heteroleptic 

species bearing hydroxide, alkoxide and/or oxo ligands, and so 

these processes are often poorly controlled with respect to the 

stoichiometric incorporation of oxygen.  

This article will focus on the hydrolysis of highly reactive MRx 

and M(NR2)x reagents with ǿŀǘŜǊ ƻǊ aҍhI ǳƴƛǘǎ ŀǘ ƭƻǿ 

temperatures. Advantages of this route include excellent 

stoichiometric control with the opportunity to isolate and 

characterise partially hydrolysed intermediates, rapid low 

temperature reactivity and optional stoichiometric utility of 

H2
17O for NMR studies.65, 66 Upon hydrolysis, metal-amide 

reagents form amines that may remain coordinated to the 

metal as a neutral Lewis basic ligand, although volatile amines 

such as NMe2H can be removed in vacuo.67 The hydrolysis of 

organometallic species can offer an additional benefit, as the 

alkane or arene by-products are essentially inert and have a 

negligible effect upon the surface chemistry of the resultant 

metal-oxo nanostructures. This contrasts with the synthesis of 

metal-oxo species from the reaction of metal halides with water 

or alcohols, where the halide may be incorporated into the 

reaction product.68, 69 

2. Synthesis of molecular metal-oxo clusters 

2.i Hydrolysis of organometallic and metal-amido precursors  

The hydrolysis of organometallic and metal-amido precursors 

can lead to a range of intriguing and useful metal-oxo clusters. 

This section will explore the formation of homometallic 

molecular clusters, with a particular focus on well-studied main 

group organometallics (e.g. AlR3, GaR3, ZnR2). Complexes with 

ōǳƭƪȅ ŀƴŘκƻǊ ŎƘŜƭŀǘƛƴƎ ƭƛƎŀƴŘǎ ǿƘƛŎƘ ŎƻƻǊŘƛƴŀǘŜ ǘƘǊƻǳƎƘ aҍ/ 

ƻǊ aҍb ōƻƴŘǎΣ ǎǳŎƘ ŀǎ /Ǉ όώ/5H5]ҍ) and NacNac 

όώόbόwύ/wΩύ2CH]ҍ), will be discussed in following sections, as 

ǘƘŜǎŜ aҍƭƛƎŀƴŘ ōƻƴŘǎ ŀǊŜ ǘȅǇƛŎŀƭƭȅ ƳƻǊŜ ǎǘŀōƭŜ ǘƻ ƘȅŘǊƻƭȅǎƛǎ 

ǘƘŀƴ ƻǘƘŜǊ aҍ//N bonds due to aromaticity and/or resonance 

stabilisation. 

The hydrolysis of trialkylaluminium complexes has been of 

great interest due to the use of partially hydrolysed MAO as an 

activator in ethylene and propylene polymerisation reactions 

since the 1960s.27 The hydrolysis pathway of AlR3 reagents have 

been studied in detail by a combination of in-situ NMR 

spectroscopic studies and the structural characterisation of 

isolated complexes.44, 70 Initially, a water molecule binds to form 

a Lewis adduct, AlR3·H2O, which has been structurally 

characterised in Al(C6F5)3(H2O), and the related Ga complex, 

Ga(Mes)3(H2O) (Fig. 4a).55, 71 While Ga(Mes)3(H2O) is stable 

below 0°C, the Al analogue Al(Mes)3(H2O), which exhibits more 

ŀŎƛŘƛŎ ǇǊƻǘƻƴǎΣ ŜƭƛƳƛƴŀǘŜǎ aŜǎI ŀǘ ҍмлϲ/ ǘƻ ŦƻǊƳ ǘƘŜ ōǊƛŘƎƛƴƎ 

hydroxide dimer [Al(Mes)2( 2˃-OH)]2·2THF.55 For Al(C6F5)3(H2O) a 

strong Lewis adduct interaction, hydrogen bonding 

contributions, and the reduced Brønsted basicity expected for a 

fluorinated aryl group stabilise the initial aqua complex, and 

thus only slow elimination of C6F5H occurs at room 

temperature.71 Hydroxide species such as [Al(tBu)2( 2˃-OH)]n  (n 

= 2,3) have been characterised during hydrolysis of AlR3 

reagents (Fig. 4a).72, 73 In fact, elevated temperatures are 

sometimes required to drive the condensation reactions of 

[AlR2(OH)]n species with bulky R groups.70, 72-74 Condensation 

ƻŦǘŜƴ ƭŜŀŘǎ ǘƻ ŎƻƳǇƭŜȄŜǎ ƻŦ ǘƘŜ ŦƻǊƳ ώ!ƭwό˃3-O)]n (n = 6-12) with 

cage like structures comprised of Al3O3 and Al2O2 building units 

(Fig. 4a).72, 73 Several species are often simultaneously formed, 

suggesting equilibrium processes may be occurring. Due to 

facile redistribution processes, the condensation products 

formed depend on the reaction medium and temperature.44  
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Fig. 4 a) Hydrolysis pathway of AlR3 precursors. X-ray structures for Al3(OH)3tBu6,72 Al6O6
tBu6,72 and Al8O8

tBu8.
73 b) GaAr3 hydrolysis pathways. Crystal structures for 

GaMes3(OH2)·2THF55 and Ga12O10(OH)4(o-C6H4OMe)12.75 Colours: O, red; Al, pale pink; Ga, dark pink. 

Reaction with additional water may lead to the formation of 

hydroxy complexes with persistent !ƭҍw ƎǊƻǳǇǎ όŜΦƎΦ ώ!ƭ6
tBu6ό3˃-

O)4ό2˃-OH)4]),76 or alumina gels [AlO(OH)]n.73 Heavier group 13 

Ga and In organometallics form hydroxide complexes readily, 

but condensation typically becomes slower and requires higher 

temperatures.77-79 These metals bear higher electronegativities 

than Al, which reduces the Brønsted basic nature of the R 

groups and their susceptibility to hydrolysis. Raston and Atwood 

studied the hydrolysis of GaAr3 complexes (Ar = C6H5R, R = H, o-

,m-,p-Me, p-Ph) and discovered that the formation of the 

icosahedral cluster [Ga12Ar12O10(OH)4] ultimately occurs in the 

presence of excess water. However, the reaction mechanism is 

dependent on the solvent medium.75, 80 In THF, a hydrolysis 

route occurs via [GaAr2(OH)]3 with ArҍH released, whereas in a 

biphasic toluene/water medium intramolecular bi-aryl coupling 

occurs instead, generating an ArҍAr by-product and the same 

icosahedral galloxane cluster [Fig. 4b].80 The bi-aryl coupling 

reaction generates H2 and occurs in the absence of O2, requiring 

water to act as the oxidant. The authors propose initial 

coordination of two water molecules, to form GaAr3·2(H2O), 

followed by H2 release and bi-aryl coupling to give GaAr(OH)2, 

which can oligomerise into [Ga12Ar12O10(OH)4]. Competition 

experiments showed that when THF was >30% of the organic 

solvent then the hydrolysis route was favoured, indicating the 

important role of the coordinating solvent within the hydrolysis 

mechanism, potentially blocking coordination of a second water 

to form the GaAr3·2(H2O) intermediate. Such divergent 

reactivity was not observed for the reaction of Ga(Mes)3 with 

excess water, which only hydrolyses to generate MesH and the 

smaller galloxane [Ga6Mes6ό3˃-O)4ό2˃-OH)4] in either THF or 

toluene. It is noteworthy that the initial adduct GaMes3·(H2O) 

could be isolated and structurally characterised (Fig. 4b), 

perhaps suggesting that the bi-adduct of water, and proposed 

precursor to bi-aryl coupling, GaAr3·2(H2O), is not accessible in 

this case. It therefore seems plausible that the enlarged sterics 

of the mesityl group hinders a bi-aryl coupling pathway.55  

Studies of the reaction of ZnEt2 with water have also shown 

the formation of a hydroxide intermediate, [ZnEt(OH)]n which is 

likely to exist as a tetramer similar to known [ZnR(OR)]4 

complexes.81 Subsequent elimination of ethane occurs rapidly 

and allows formation of ZnO (vide infra). Hydrolysis of bulkier 

ZntBu2 allows isolation and structural characterisation of the 

metastable hexamer [ZntBu(OH)]6 (see Fig. 22b, section 4).82, 83 

Outside of these well studied Al, Ga and Zn systems, the 

reaction of other MRx organometallics with water is less 

studied. One noteworthy set of examples are the reactions of 

Sn(R)(CCMe)3 with water. 5ŜǎǇƛǘŜ ǘƘŜ ƎŜƴŜǊŀƭ ǎǘŀōƛƭƛǘȅ ƻŦ {ƴҍw 

bonds to water, the {ƴҍŀƭƪȅƴȅƭ bonds undergo hydrolysis to 

produce oxo-clusters such as [Sn12R12ό3˃-O)14ό2˃-OH)6](OH)2, 

[Sn12(Ar)8ό4˃-O)2ό3˃-O)8ό2˃-O)4ό2˃-OH)8(OH)4], or a curious 

hexameric cluster, [Sn6(Ar)6ό3˃-O)4ό2˃-O)2ό2˃-OH)2(OH)4], which 

can be described as a double-twist Möbius band of stannoxane 

units (Fig. 5a).84, 85 

Studies of the hydrolysis of organo-transition metal 

complexes are uncommon; however, isolated examples of 

ǊŜŀŎǘƛƻƴǎ ƻŦ ŎƻƳǇƭŜȄŜǎ ŎƻƴǘŀƛƴƛƴƎ ƳŜǘŀƭҍŎŀǊōƻƴ ƳǳƭǘƛǇƭŜ 

bonds have been reported, for example, the reactions of 

²ό 9tBu)(CH2tBu)3 (E = C, Si) and Mo(=CHtBu)(CH2tBu)2ό btBu), 

with excess water.86-89 In such examples, partial hydrolysis 

occurs with enhanced reactivity at ǘƘŜ aҍ/κb ƳǳƭǘƛǇƭŜ ōƻƴŘǎ. 

The products retain some ǎƛƴƎƭŜ aҍ/ ōƻƴŘǎ highlighting the 

relative ǎǘŀōƛƭƛǘȅ ƻŦ aҍ/ ōƻƴŘǎ in heavier transition metal 

complexes, where significant covalency is present.  

Hydrolysis of metal-amido complexes also forms aҍhҍa 

bonds and can generate metal-oxo clusters, however, reported 

examples are rare. The group 5 reagents M(NMe2)5 (M = Nb/Ta) 

are shown to dideprotonate one equivalent of water to form 

[M(NMe2)3O]4 (Fig. 5b),90 although further hydrolysis yields 

insoluble powders. Bergman, Arnold and co-workers also 

showed the reaction of either Ta(NMe2)5 or TaBn3(=NtBu) with 

ArNH2 and 1/6 equiv. of water led to the formation of a series 

of Ta6O(=NAr)14 clusters, indicating a stoichiometric hydrolysis 

route with either organometallic or metal-amide precursors.91 

Considering the wide range of known metal-amide complexes 

(especially the M(N(SiMe3)2)x family) there appear to be plenty 

of unexplored opportunities for forming new metal-oxo clusters 

by hydrolysis routes, with the benefit that the products may be  
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 Fig. 5 a) Hydrolysis of alkynyl tin precursors with structures of products; [Sn12R12(m3-

O)14(m2-OH)6]2+
 (anions omitted),92 [Sn12(2,4,6-C6H2

iPr3)8(m4-O)2(m3-O)8(m2-O)4(m2-

OH)8(OH)4],84 [Sn6(2,4,6-C6H2
iPr3)6(m3-O)4(m2-O)2(m2-OH)2(OH)4]84 b) Formation of M4O4 

and M6O clusters from group 5 metal amido precursors, crystal structures of 

[NbO(NMe)3]4 and Ta6(PhN)14O.90,91 Colours: O, red; Sn, grey; N, light blue; Nb, pale 

turquoise; Ta, teal. 

of interest with respect to N-doped metal oxides.93   

The partial hydrolysis of related metal alkoxides has been 

studied in detail and is comprehensively reviewed elsewhere.94 

In many cases condensation occurs at elevated temperatures in 

the absence of added water, suggesting that metal oxy/alkoxy 

clusters can form through decomposition routes. Metal 

alkoxide precursors often form a variety of species. For 

example, complexes exhibiting lower degrees of condensation 

(e.g. Ti3O(OR)10) are unstable and can react to form more 

condensed species (e.g. Ti11O13(OiPr)18), with concomitant 

release of parent Ti(OR)4 precursors through an equilibrium 

arrangement.95 

2.ii Hydrolysis of ligated reactive precursors 

Organometallic (or metal-amide) precursors may be adapted by 

adding ligating species; chelating ligands such as carboxylates or 

dialkylphosphinates [R2PO2]ҍ are often used. The corresponding 

acid proligands react directly with the Brønsted basic 

organometallic precursor and bind to the metal. Such ligated 

metal precursors are expected to retain their coordination to 

ligands upon initial hydrolysis, which enables extra stabilisation 

and conformational control, and can also improve solubility 

properties. Most reported examples of the hydrolysis of ligated 

organometallics are found for Zn systems. While chelating 

ligands bind strongly to metal sites, rearrangement and 

exchange can occur during hydrolysis and in the resulting metal-

oxo cluster products, allowing equilibrium conditions to 

selectively form thermodynamically favoured structures.96 Such 

ligand mobility is also regularly reported for ligated metal-oxo-

alkoxide structures.53, 97-99 The ability to direct reactions 

through well-defined intermediates is a key consideration in the 

growth of extended metal-oxide nanostructures from 

molecular precursors. However, due to equilibration and 

rearrangement, the products of each hydrolysis step bear little 

structural resemblance to their precursors.100 The introduction 

of bridging oxo ligands directs self-assembly of condensed units, 

such as M4O tetrahedra, and may initiate the rearrangement (or 

even loss) of ligands in the precursor. Therefore, in most cases, 

the eventual assemblies should not be influenced by the 

molecular precursor design. Nonetheless, the quantity of 

strongly binding ligands can influence the growth of 

condensation products, either supporting small clusters or 

allowing growth of extended metal-oxide domains. If the 

precursors have a high ligand content then hydrolysis is likely to 

lead to small ligated metal-oxo-clusters, such as tetrahedral 

Zn4OL6 (L = carboxylate, carbamate, amidate, phosphinate or 

dialkylphosphate),18, 96, 101-103 formed through the 

straightforward stoichiometric hydrolysis of a 2:3 ratio of ZnEt2 

and ligand. This tetrahedral unit has been commonly used as a 

vertex within MOFs and pre-assembled Zn4O(amidate)6 clusters 

act as a precursor to the mechanochemical formation of MOF-

5.17, 18 Bury, LewiƵski and co-workers reported that introducing 

additional water to Zn4O(PhCO2)6 in THF resulted in the 

formation of adduct Zn4O(PhCO2)6(H2O)(THF)·2THF, where one 

zinc centre changes from a tetrahedral coordination 

environment to a pseudo-octahedral one (Fig. 6).104 Such 

findings have implications for the stability and reactivity of 

MOFs in the presence of moisture. Intriguingly the reactivity of 

Zn4O(Ph2PO2)6 displays a very different onward reaction with 

water: in hydrophobic solvents such as CDCl3 or d8-toluene the 

original Zn4 cluster exhibits an equilibrium relationship with an 

extended zinc-hydroxy cluster, Zn6(OH)3(Ph2PO2)6 (Fig. 6b).96 It 

appears that changing the ligand from  [PhCO2]ҍ to the slightly 

larger [Ph2PO2]ҍ favours expansion to form a larger cluster, 

possibly due to a relaxation of bond strain in the chelating 

phosphinate ligand. 

 

Fig. 6 Synthesis of Zn4OL6 clusters from ZnEt2 and reactions with excess water.96, 

101-104 Colours: O, red; Zn, blue; P, orange. 
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Fig. 7 ZnO clusters formed by partial hydrolysis of ZnEt2 and/or ZnEtL.96, 105, 106 

Colours: O, red; Zn, blue; P, orange; N, light blue 

Larger Zn-oxo clusters can be synthesized by using a lower 

ligand:Zn ratio. For example, Zn11O4Et10(Ph2PO2)4 was 

synthesized by adding the required stoichiometry of water to a 

1:7 mixture of [ZnEt(Ph2PO2)]4 and ZnEt2 (Fig. 7).96 Recently, two 

ZnO supertetrahedron structures were reported from the 

partial hydrolysis of either ZnEt2 with ~0.8 equiv 2-

C6H4N(NHC2H5OMe) or from ZnEtL (L = 1,3,4,6,7,8-hexahydro-

2H-pyrimido[1,2-a]pyrimidine).105, 106 Both complexes have 

formulae Zn10Et4O4L8 with a heteroadamantane Zn10O4 core 

(Fig. 7). In the first case, the complex is active as a catalyst for 

ring-opening polymerisation of L-lactide and e-caprolactone.106 

In the second case, it is unusual that partial hydrolysis of ZnEtL 

(10 equiv.) with H2O (4 equiv.) releases EtҍH (6 equiv.) and LҍH 

(2 equiv.), rather than exclusively releasing alkane.105 Steiner 

and co-workers reported the reaction of ZnEt2 with amino-

phosphazenes (RNH)6P3N3 (Fig. 8) under dry conditions to form 

{(RN)3(RNH)3P3N3}2(ZnEt)6.107 Employing the well-defined 

hydrates (RNH)6P3N3.xH2O instead led to structures with ZnO 

fragments elegantly sandwiched between two ligands (Fig. 8). 

Either a planar Zn3O3 ring or hexagonal Zn6O6 prism could be 

captured by capping with {(RN)3(RNH)3P3N3}(ZnEt)3 units.107 

 
Fig. 8 The reaction of amino-phosphazene (hydrates) with ZnEt2 which can trap ZnO 

fragments in the reaction products; {(nPrN)3(nPrNH)3P3N3}2(ZnEt)6, 

{(nPrN)3(nPrNH)3P3N3}2(ZnEt)6(ZnO)3, {(CyN)3(CyNH)3P3N3}2(ZnEt)6(ZnO)6.107 Colours: O, 

red; Zn, blue; P, orange; N, light blue 

Outside of zinc reagents, the hydrolysis of ligated 

organometallics to generate metal-oxo clusters is generally 

restricted to the formation of small dimeric or trimeric, oxygen 

bridged species. For example, Cp2MMe2 (M = Hf, Zr) undergo 

facile hydrolysis under air, with the formation of linear dimers 

[(Cp2MMe)2ό2˃-O)],108, 109 whilst Cp*TiMe3, reacts with water to 

ƎŜƴŜǊŀǘŜ ǘǊƛƳŜǊ ώ/Ǉϝ¢ƛaŜό˃2-O)]3.38 Controlled hydrolysis of 

magnesium complexes such as tris(pyrazolyl)hydroborato (Tp) 

ligated [(TpAr,Me)Mg(Me)·(THF)] (Ar = p-butyl-C6H4) often leads 

to the formation of dimeric hydroxy complexes, such as 

[(TpAr,Me)Mg(µ-OH)]2.110 
The hydrolysis of organometallics and metal-amides shows 

promise in forming partially hydrolysed metal-oxo clusters. 

While the introduction of ligands can stabilise the formation of 

larger structures, divergent reactivity to form ligated clusters 

and bulk metal-oxides may occur when a small proportion of 

ligand is used.96 

3. Metal hydroxyl complexes as protic precursors 
for oxo-bridged heterometallic motifs 

3.i Synthetic routes towards building MҍOҍaΩ ŎƻƴƴŜŎǘƛǾƛǘȅ 

When two different metal centres are connected through a 

bridging heteroatom within a molecular environment, 

electronic and chemical communication between the two 

metals occurs. This connectivity can alter the Lewis acidity of 

the metal centres, and such heterometallic (mixed-metal) 

species often display different chemical reactivity compared to 

the homometallic analogues, leading to new properties such as 

enhanced catalytic activities.25, 28 While a broad range of 

heterometallic systems are known, this section will focus on 

oxo-ōǊƛŘƎŜŘ ǎȅǎǘŜƳǎ ōŜŀǊƛƴƎ aҍhҍaΩ ŎƻƴƴŜŎǘƛǾƛǘȅΦ {ǳŎƘ 

complexes have been applied as olefin and ring-opening 

polymerisation catalysts, and have shown promise as single site 

precursors for the synthesis of mixed-metal oxide NPs and 

materials with carefully controlled metal-ƳŜǘŀƭΩ ǊŀǘƛƻǎΦ24, 111 

 
 

 

Fig. 9 a) General schematic for the synthesis of molecular mixed-metal-oxo species 

through dealkylation or deamination routes. b) Known combinations for structurally 

characterised molecular mixed-metal-oxo (M-O-aΩύ ŎƭǳǎǘŜǊǎΣ ǎȅƴǘƘŜǎƛǎŜŘ ǘƘǊƻǳƎƘ 

dealkylation or deamination pathways. 
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The dealkylation or deamination of organometallic or metal-

amide reagents, through reaction with metal-hydroxyl 

compounds, provides a useful strategy to prepare molecular 

heterometallic oxo species in a controlled manner (Fig. 9). A 

wide range of well-ŘŜŦƛƴŜŘ aҍhI ŎƻƳǇƭŜȄŜǎ ŀǊŜ ƪƴƻǿƴ82, 112 

and can be accessed through controlled hydrolysis routes.44, 110, 

113-115 Subsequent deprotonation of the Brønsted acidic -OH 

proton with a highly Brønsted basic organometallic or metal-

amide reagent can generate a range of heterometallic oxo 

species. The success of these reactions typically depends on the 

Brønsted acidity of the OH proton; the nucleophilicity of the 

organometallic or metal-amide reagent; and the careful 

selection of the supporting ligand. This versatile approach has 

been applied to a range of main group and transition metals 

(Fig. 9b). Alternatively, the use of protic non-metallic hydroxides 

ό9ҍhIύ Ŏŀƴ ŀƭǎƻ ƘȅŘǊƻƭȅǎŜ ƻǊƎŀƴƻƳŜǘŀƭƭƛŎ ŦǊŀƎƳŜƴǘǎ ǘƻ 

ƎŜƴŜǊŀǘŜ aҍhҍ9 ǎǘǊǳŎǘǳǊŜǎΦ116, 117 For example, B(OH)3 reacts 

with ZnEt2 (2 equiv.) and Ph2PO2H (3 equiv.) to form the cluster 

Zn6(Ph2PO2)9(BO2)3, in which three B(OH)3 units combine to 

form a central B3O3 boroxine ring.96 While a vast amount of 

ǊŜǎŜŀǊŎƘ Ƙŀǎ ŦƻŎǳǎŜŘ ƻƴ ǘƘŜ ŎƻƴǾŜǊǎƛƻƴ ƻŦ aҍhw ƎǊƻǳǇǎ ǘƻ 

aҍhҍaΩ ǳƴƛǘǎΣ ǘƘƛǎ ǘƻǇƛŎ Ƙŀǎ ōŜŜƴ ŜȄǘŜƴǎƛǾŜƭȅ ŎƻǾŜǊŜŘ ƛƴ ƻǘƘŜǊ 

reviews and will not be discussed in detail here.118,69 Other 

successful yet less widely-developed strategies to form oxo-

bridged heterometallic complexes include CҍH deprotonation 

to yield zwitterionic complexes;119, 120 oxidation of 

heterometallic precursors;121, 122 use of a heterometallic 

reagent to encapsulate oxo dianions from air or ethereal 

solvents;123-125 or adduct formation from a donor M=O 

functionality to a Lewis acidic metal centre.126 Here we shall 

focus on the well-established and versatile dealkylation or 

deamination routes from organometallic/metal-amide 

precursors. 

3.ii Building Al-O-aΩ ōǊƛŘƎŜǎ ŦǊƻƳ AlҍOH reagents  

While the formation of mixed-metal-oxo species through 

dealkylation/deamination is a general method, this concept has 

been best established for aluminium species.25, 44 

Heterometallic complexes based on aluminium are particularly 

attractive as many are potent ethylene polymerisation 

catalysts, which blend a single site homogenous catalyst with a 

well-defined alumoxane unit.25 A range of !ƭҍhҍa ŎƻƳǇƭŜȄŜǎ  

have been prepared from ligand supported AlҍOH species 

bearing Brønsted acidic protons, including AlMg,127 AlCa,128  

AlSr,128 AlTi,129 AlZr,130 AlHf,28 AlCu,131 AlZn,132 AlGa133 and 

AlSn134 systems.  

!ǎ ƻǊƎŀƴƻƳŜǘŀƭƭƛŎ ŎƻƳǇƭŜȄŜǎ ǿƛǘƘ ŀ ǘŜǊƳƛƴŀƭ !ƭҍhI ǳƴƛǘ ŀǊŜ 

often unstable (refer to Section 2), the preparation of these 

compounds can be a synthetic challenge. In spite of this, several 

exŀƳǇƭŜǎ ƻŦ ƭƛƎŀƴŘ ǎǳǇǇƻǊǘŜŘ !ƭҍhI ǇǊŜŎǳǊǎƻǊǎ ŀǊŜ ƪƴƻǿƴ όFig. 

10ύΣ ǇŀǊǘƛŎǳƭŀǊƭȅ ǘƘƻǎŜ ōŀǎŜŘ ƻƴ ǎǘŜǊƛŎŀƭƭȅ ōǳƭƪȅ ʲ-diiminate 

ligand frameworks. Complexes of general formula LAl(R)(OH) 

are formed from hydrolysis of LAl(R)Cl, in the presence of a N-

heterocyclic carbene as a HCl scavenger.135 In certain cases, 

AlҍOH complexes can be accessed by controlled hydrolysis of a 

reactive organoaluminium complex, such as the preparation of 

[(LTBBP)Al(OH).THF]3 from [(LTBBP)AlMe·THF] and water. Unlike  

 
Fig. 10 Ligand supported aluminium hydroxide precursors.135-139 

the majority of ligand supported AlҍOH precursors, 

[(LTBBP)Al(OH)·THF]3 has a trimeric structure, with a central 

{Al(OH)}3 core (Fig. 10).137 While it could be expected that OH  

groups that bridge between two Lewis acidic Al3+ centres would 

display enhanced Brønsted acidity, in practice this is not 

straightforward. For example, trimeric [(LTBBP)AlOH·THF]3 does 

not display sufficient Brønsted acidity to dealkylate Cp*2ZrMe2. 

This lack of reactivity has also been observed with other bridged 

hydroxide complexes such as [MeLMesNacNacZn(OH)]2,132 and may 

ŀǊƛǎŜ ŦǊƻƳ ǎǘŜǊƛŎ ǇǊƻǘŜŎǘƛƻƴ ƻŦ ǘƘŜ aҍhI ƎǊƻǳǇΦ Lƴ ŀŘŘƛǘƛƻƴ ǘƻ 

ǘƘŜ ōǊƛŘƎƛƴƎ ƻǊ ǘŜǊƳƛƴŀƭ ƴŀǘǳǊŜ ƻŦ ǘƘŜ !ƭҍhI ōƻƴŘǎΣ ǘƘŜ 

aggregation state, steric bulk and electronics of the supporting 

ligand, and nature of the anionic groups (R, OH or O) can 

influence ǘƘŜ .ǊǄƴǎǘŜŘ ŀŎƛŘƛǘȅ ƻŦ ǘƘŜ aҍhI ǳƴƛǘ. The relative 1H 

baw ŎƘŜƳƛŎŀƭ ǎƘƛŦǘǎ ƻŦ ǘƘŜ aҍhH protons can give some 

indication of their acidity, with downfield -OH resonances 

generally expected to display greater Brønsted acidic 

character.144 While such comparisons are somewhat limited by 

solvent effects and the presence of hydrogen bonding, the 

chemical shifts can give a useful indication of the influence of 

the ligand and substituents upon the Brønsted acidity (Table 1). 

In C6D6Σ ǘƘŜ !ƭҍhH resonance of complexes based on the BDI- 

based ligand, e.g. [LdippNacNacAl(R)(OH)], shifts upfield (towards 

weaker Brønsted acidity) in the order R = Me (0.53 ppm), 140 R = 

OH (0.22 ppm), 141 R = Oҍ!ƭΩ όҍлΦсп ǇǇƳύ142 (Fig. 10). While this 

order is perhaps counterintuitive, as electronegative 

substituents would generally be expected to enhance the  

Table 1 1H NMR shifts of BDI-ligand supported metal-OH precursors in C6D6 

solvent. 

Compound 1I baw ǎƘƛŦǘ ʵ όǇǇƳύ Reference 

[LdippNacNacAl(Me)(OH)] 0.53 140 

[LdippNacNacAl(OH)2] 0.22 141 

[{LdippNacNacAl(OH)}2ό-˃O)] ҍлΦсп 142 

[LdippNacNacGa(Me)(OH)] 0.08 143 

[{LMesNacNacGa(OH)}2ό-˃O)] ҍмΦоу 43 

[LMesNacNacZn(OH)] ҍлΦнл 132 
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Fig. 11 Reactivity of [LdippNAcNacAl(Me)(OH)] with various organometallic and metal-amide reagents. Left) Formation of ƘŜǘŜǊƻƳŜǘŀƭƭƛŎ Ƴŀƛƴ ƎǊƻǳǇ !ƭҍhҍDŀΣ !ƭҍhҍaƎ ŀƴŘ !ƭҍhҍ{ƴ 

oxo species.127, 134, 136 Right) Influence of organometallic or metal-amide reagent upon the product formation and MҍOҍaΩ ǎǘƻƛŎƘƛƻƳŜǘǊȅΦ 

Brønsted acidity of a substrate, these systems are not 

straightforward as the ςOH is located on a metal centre.145 

These 1I baw ǎƘƛŦǘǎ ǎǳƎƎŜǎǘ ǘƘŀǘ ǘƘŜ !ƭҍhI ǇǊƻǘƻƴǎ ƻŦ 

[MeLdippNacNacAl(Me)(OH)] display the greatest Brønsted acidity. 

This correlates with the chemical shifts (Table 1) and 

experimentally observed reactivity trends for analogous 

gallium-hydroxide precursors (vide infra). 

The deamination of Mg{N(SiMe3)2}2 by aluminium hydroxide  

[LdippNacNacAl(Me)(OH)] has been used to synthesise  

heterometallic [LdippNacNac!ƭόaŜύό˃-O)Mg{N(SiMe3)2}] (Fig. 

11).127 5ǳŜ ǘƻ ǘƘŜ ƘƛƎƘ .ǊǄƴǎǘŜŘ ōŀǎƛŎƛǘȅ ƻŦ ōƻǘƘ aƎҍbό{ƛaŜ3)2 

units, altering the Mg:Al reaction stoichiometry to 1:2 results in 

ǘƘŜ ŦƻǊƳŀǘƛƻƴ ƻŦ ǘƘŜ ǘǊƛƳŜǘŀƭƭƛŎ ƻȄƻ ōǊƛŘƎŜŘ ǳƴƛǘ !ƭҍhҍaƎҍhҍ!ƭ 

within [{LdippNacNac!ƭόaŜύό˃-O)}2Mg]. This trimetallic complex 

bears the same metal-ƳŜǘŀƭΩ Ǌŀǘƛƻ ŀǎ ǘƘŜ ǎǇƛƴŜƭ όaƎ!ƭ2O4), and 

has potential as a useful precursor to bulk mixed-metal oxides. 

Using sterically unhindered gallium hydride as the base gave 

dimeric heterometallic complex, [LdippNacNacAl(Me)(˃ -O)GaH2]2, 

bearing a [GaO]2 galloxane core (Fig. 11).136 This ςOH 

deprotonation strategy has also been applied to less Brønsted 

basic main group reagents, such as Sn{N(SiMe3)2}2 (Fig. 11).134  

Oxophilic group 4 organometallic and metal-amide reagents 

have also been used to deprotonate Brønsted acidic 

[LdippNacNacAl(Me)(OH)] (Fig. 11). While this is generally a 

successful method to access mixed-metal-oxo species, the 

choice of the metal, nature of the organo- or amide group, and 

the reaction stoichiometry influences whether a bimetallic 

ό!ƭҍhҍaύ ƻǊ ǘǊƛƳŜǘŀƭƭƛŎ ό!ƭҍhҍaҍhҍ!ƭύ ŎƻǊŜ ƛǎ ŀŎŎŜǎǎŜŘ όa Ґ ¢ƛΣ 

Zr, Hf). With benzyl precursor TiBn4, altering the reaction 

stoichiometry from 1:1 to 2:1 (Al:Ti) allowed the controlled 

synthesis of bimetallic LdippNacNac!ƭόaŜύό˃-O)TiBn3] or trimetallic 

[{LdippNacNac!ƭόaŜύό˃-O)}2TiBn2], respectively. In contrast, using 

ZrBn4 as the Brønsted base selectively gave trimetallic 

[{LdippNacNac!ƭόaŜύό˃-O)}2ZrBn2], irrespective of the 

stoichiometry of the starting reagents.146 While sterically 

unhindered metal-amides Ti(NMe2)4 and Zr(NMe2)4 can 

generate trimetallic [{LdippNacNac!ƭόaŜύό˃-O)}2M(NMe)2],130 the 

analogous reactions with TiMe4 or ZrMe4 were unsuccessful, 

resulting in the formation of elemental Ti or Zr.147 In general, 

with bulky [LdippNacNacAl(Me)(OH)] precursors and tetravalent 

group 4 reagents, only one or two of the alkyl/amide units will 

ǊŜŀŎǘ ǘƻ ƎŜƴŜǊŀǘŜ !ƭҍhҍa ƻǊ  !ƭҍhҍaҍhҍ!ƭ ǳƴƛǘǎ, 

respectively.147 So far, this synthetic strategy appears to be 

somewhat limited in its use for preparing complexes with more 

than three metal centres from a monohydroxide precursor.  

The selection of an appropriate ligand is important as it can 

influence the stability of the heterometallic product. 

Deprotonation of [LdippNacNacAl(Me)(OH)] with Cp2M(Me)2 (M = 

Ti, Zr or Hf) leads to the formation of [LdippNacNac!ƭόaŜύό˃-

O)M(Me)Cp2], driven by the accompanying formation of 

methane gas (Fig. 12).129, 135, 140 In contrast to reaction with 

Cp2TiMe2 or CpTiMe3,148 reaction of [LdippNacNacAl(Me)(OH)] with 

[LdippNacNacTiMe3] does not yield a stable heterometallic product. 

Instead [LdippNacNac!ƭόaŜύό˃-O)Ti(Me)2LdippNacNac] undergoes slow  

Fig. 12 Ligand influence upon product formation and stability of oxo-bridged 

heterometallic AlTi complexes. 129, 135, 149  
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Fig. 13 Synthesis of Cu-O-Al species through dealkylation reactions.131  

ligand redistribution to form homometallic complexes 

[LdippNacNacTi(Me)O]2 and [LdippNacNacAlMe2] (Fig. 12).149  

When paired with a strongly Brønsted acidic AlҍOH unit, 

dealkylation of weaker Brønsted bases such as organocopper 

reagents can be achieved. The reaction of monohydroxide 

[LdippNacNac!ƭόwύόhIϐ ǿƛǘƘ /ǳaŜǎ ƎŀǾŜ ǘƘŜ !ƭҍhҍCu based 

species [LdippNacNac!ƭόwύό˃3-O)Cu2Mes]2 (Fig. 13).131 When the 

related dihydroxide species, [LdippNacNacAl(OH)2], was applied as 

the precursor and the reaction performed at ambient 

temperature, [LdippNacNac!ƭόhIύό˃3-O)Cu2Mes]2 was formed, with 

a reactive OH group retained on each Al centre. Performing the 

reaction at 70°C, or reacting the initial product, 

[LdippNacNac!ƭόhIύό˃3-O)Cu2Mes]2, with a further equivalent of 

CuMes, yielded the dimeric product [LdippNacNac!ƭό˃3-

O)2Cu4Mes2]2, where two Cu4 units are bridged by two AlO2 

units (Fig. 13).  

9ȄǇŀƴŘƛƴƎ ǳǇƻƴ !ƭҍhI ǇǊŜŎǳǊǎƻǊǎΣ ŀƭǳƳƻǎƛƭƻȄŀƴŜǎ with a 

{ƛҍhҍ!ƭҍhI ǳƴƛǘ are also accessible. Deprotonation of such 

precursors has successfully led to the synthesis of novel 

ŀƭǳƳƻǎƛƭƻȄŀƴŜǎ ōŜŀǊƛƴƎ {ƛҍhҍ!ƭҍhҍDŀΣ133 

{ƛҍhҍ!ƭҍhҍ¢ƛκ½ǊκIŦΣ147 {ƛҍhҍ!ƭҍhҍ½ƴΣ150 ƻǊ {ƛҍhҍ!ƭҍhҍ{ƴ151 

cores. For example, [LdippNacNac!ƭόhIύό˃2-O)Si(OH)(OtBu)2] was 

derivatised through reaction with a range of organometallic 

reagents including ZnMe2 and GaMe3, to generate 

heterometallic alumosiloxanes (Fig. 14).133 In all cases, the  

Fig. 14 Synthesis of heterobimetallic alumosiloxane species.133 

{ƛҍhI ǇǊƻǘƻƴ ŘƛǎǇƭŀȅŜŘ ƎǊŜŀǘŜǊ .ǊǄƴǎǘŜŘ ŀŎƛŘƛǘȅ ǘƘŀƴ ǘƘŜ !ƭҍhI 

proton, which may be partly due to the steric bulk of the dipp 

groups providing ǎǘŜǊƛŎ ǇǊƻǘŜŎǘƛƻƴ ŦƻǊ ǘƘŜ !ƭҍhI ǳƴƛǘ. In this 

ŎƻƳǇŜǘƛǘƛƻƴ ǎȅǎǘŜƳΣ ǘƘŜ {ƛҍhI ǳƴƛǘ ǿŀǎ ŜƛǘƘŜǊ ŘŜǇǊƻǘƻƴŀǘŜŘ 

ōŜŦƻǊŜ !ƭҍhIΣ ƻǊ ǿŀǎ ǘƘŜ only OH group to be deprotonated. 

Thus, the Brønsted basicity and steric bulk of the organometallic 

or metal-amide reagent becomes highly important. Highlighting 

the difference in reactivity between AlMe3 and GaMe3, the 

reaction of [LdippNacNac!ƭόhIύό˃2-O)Si(OH)(OtBu)2] with strongly 

Brønsted basic AlMe3 (1 equiv.) gave the dideprotonation 

product, [LdippNacNac!ƭό˃2-O)2Si(OtBu)2ό2˃-O)Al(Me)]. In contrast, 

reaction with GaMe3 (1 equiv.) resulted in monodeprotonation 

(of only ǘƘŜ {ƛҍhI ǳƴƛǘ), to form [LdippNacNacAl(OH)Si(OtBu)2ό-˃

O)GaMe2]. Excess GaMe3 (3.4 equivalents) was required to 

ŘŜǇǊƻǘƻƴŀǘŜ ǘƘŜ !ƭҍhI ǳƴƛǘ (Fig. 14). Dideprotonation was also 

achieved using Me2Zn (1.5 equiv.), to generate a heterometallic 

ǎǇŜŎƛŜǎ ōŜŀǊƛƴƎ ŀ ώ!ƭҍhҍ{ƛҍhҍ½ƴҍhϐ ŎƻǊŜ όFig. 14).133 

  

3.iii Deprotonation of GaҍOH reagents to form Ga-O-aΩ 

connectivity 

Complexes bearing GaҍhҍaΩ ŎƻƴƴŜŎǘƛǾƛǘȅ have also been 

prepared through dealkylation and deamination routes, 

although fewer examples are known. Common precursors 

include [LdippNacNacGa(Me)OH]143 and [(Mes)2Dŀό˃- 

OH)2Ga(Mes)2·2THF].146 While [LdippNacNacGa(Me)OH] was 

synthesised from a similar method to the aluminium 

analogue,143  the dimeric mesityl precursor was prepared by the  

controlled hydrolysis of trimesitylgallium with water, in THF 

solvent.55 IƛƎƘƭƛƎƘǘƛƴƎ ǘƘŜ ǿŜŀƪŜǊ .ǊǄƴǎǘŜŘ ŀŎƛŘƛǘȅ ƻŦ DŀҍhI 

ǳƴƛǘǎ ƛƴ ŎƻƳǇŀǊƛǎƻƴ ǘƻ !ƭҍhI ǳƴƛǘǎΣ ǘƘŜ DŀҍhH 1H NMR 

resonances have an upfield chemical shift compared to 

ŀƴŀƭƻƎƻǳǎ !ƭҍhH resonances (Table 1).55 For example, 

[LdippNacNacGa(Me)(OH)]143  Ƙŀǎ ŀ DŀҍhH resonance at 0.08 ppm,  

whereas the  !ƭҍhH resonance  of [LdippNacNacAl(Me)(OH)] arises 

at 0.53 ppm (both in C6D6 solvent).140  

The deprotonation of [LdippNacNacGa(Me)(OH)] with Cp2ZrMe2 

led to heterometallic [LdippNacNacDŀόaŜύό˃-O)Zr(Me)Cp2] in a 

straightforward manner.143 In contrast, the deprotonation of 

[(Mes)2Dŀό˃-OH)2Ga(Mes)2·2THF] by Ti(NEt2)4 is more complex; 

using a 1:3 ratio of reagents gave a mixed-metal [Ga6Ti] oxo 

cluster (Fig. 15).146 Interestingly, the solid state structure of this 

cluster suggests that metathesis has occurred, as the NEt2 

ligands have been transferred from Ti to Ga, and GaMes3 was 

observed along with mesitylene and HNEt2. Such metathesis 

reactions have been observed with other gallium-based oxo 

systems; the reaction of [LdippNacNacTiMe3] with [(Mes)2Dŀό˃-

OH)2Ga(Mes)2·2THF] gave the homometallic oxo-bridged 

species [LdippNacNac¢ƛόaŜύό˃-O)2Ti(Me)LdippNacNac], along with  

 
Fig. 15 Synthesis of a mixed-metal GaTi oxo cluster.146   
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Fig. 16 Synthesis of heterometallic galloxane complexes.152 

GaMes3.149 A range of heterometallic galloxane complexes have 

been prepared from a dihydroxide precursor, 

[{LMesNacNacGa(OH)}2ό-˃O)] (Fig. 16).152 Dideprotonation by group 

4 amide reagents [Ti(NMe2)4, Zr(NEt2)4 or Hf(NEt2)4] led to the 

synthesis of [{(LMesNacNacGa)2ό-˃hύϒό˃-O)2{M(NR2)2}]. It is 

noteworthy that while the GaτOH unit deaminates 

organoamide reagents, no reaction occurred with 

trialkylaluminium or gallium reagents (AlMe3 or GaMe3), or with 

Cp2MMe2 (M = Ti, Zr or Hf). This lack of dealkylation may arise 

from the steric bulk of the group 4 organometallic reagents. 

Alternatively, the reactivity observed with Ti(NMe)4 or 

Zr/Hf(NEt)4 may be attributed to the enhanced kinetic basicity 

of organoamide units50 and the ability of the lone pair of 

electrons on N to facilitate proton transfer.51, 52 

Comparison of the 1H NMR spectra of these Ga-OH 

precursors suggests that the galloxane precursor  

[{LMesNacNacGa(OH)}2ό-˃O)] will display weaker Brønsted acidity 

than [LdippNacNacGa(Me)(OH)], as the Ga-OH 1H NMR resonance is 

ŦǳǊǘƘŜǊ ǳǇŦƛŜƭŘ όҍмΦоу ǇǇƳ ŀƴŘ лΦлу ǇǇƳ ǊŜǎǇŜŎǘƛǾŜƭȅΣ ōƻǘƘ ƛƴ 

C6D6).143, 152 The experimental data provides support for these 

relative Brønsted acidities, as while [LdippNacNacGa(Me)(OH)] 

dealkylates Cp2ZrMe2,143 the bis-Ga precursor 

[{LMesNacNacGa(OH)}2ό-˃O)] does not.152 The bis-Ga precursor also 

displays lesser acidity than the Al analogue 

[{LdippNacNacAl(OH)}2ό-˃O)] in line with the -OH 1H NMR shifts (Al-

OHΣ ҍлΦсп ǇǇƳΤ Dŀ-OHΣ ҍмΦоу ǇǇƳ ōƻǘƘ ƛƴ /6D6)142 and 

evidenced by the lack of ability of the Ga species to dealkylate 

organoaluminium reagents.139, 152 

 

3.iv Applying ZrҍOH complexes to build Zr-O-aΩ ǳƴƛǘǎ 

The zirconium precursor [Cp*2Zr(Me)(OH)] can be prepared by 

hydrolysis of [Cp*2ZrMe2] with one equiv. of water, with 

concomitant formation of methane gas.153 The hydroxyl 

complex is monomeric in the solid state, and displays good 

stability even at elevated temperatures. The choice of ligand 

and R group are important for stabilising the hydroxide, as the 

reaction of either [Cp2ZrMe2] or [Cp*2ZrH2] with one equiv. of 

water leads instead to oxo-bridged dimeric species.109, 137, 154 

Based on the reaction of [Cp*2Zr(Me)(OH)] with a ligand 

supported LAlMe complex, Harder and co-workers have 

ŘŜǾŜƭƻǇŜŘ ŎƻƳǇƭŜȄŜǎ ōŜŀǊƛƴƎ ½Ǌҍhҍ!ƭ ŎƻƴƴŜŎǘƛǾƛǘȅ ŀǎ ŜŦŦƛŎƛŜƴǘ 

olefin polymerisation catalysts [L = LTBBP or LDIPH, LDIPH Ґ оΣоΩ-

bis(2-methylallyl)-όмΣмΩ-biphenyl)-нΣнΩ-diol).137, 155 From a 

reactivity perspective, the synthesis of these complexes 

demonstratŜǎ ǘƘŜ ƛƳǇƻǊǘŀƴŎŜ ƻŦ ǘƘŜ ƴŀǘǳǊŜ ƻŦ ǘƘŜ [aҍhI ŀƴŘ 

ǘƘŜ [aΩҍw ǊŜŀƎŜƴǘǎ ƛƴ ŀŎŎŜǎǎƛƴƎ ǘƘŜ ŘŜǎƛǊŜŘ aҍhҍaΩ 

connectivity. Beginning with the aluminium monohydroxide 

complex [(LTBBP)Al(OH)]3 and [Cp*2ZrMe2] or [Cp2ZrMe2], no 

dealkylation was observed. However, simply swapping the 

ligand-supported metals of ǘƘŜ aҍhI ŀƴŘ aΩҍw ǳƴƛǘǎΣ ōȅ 

combining [(LTBBP)Al(Me)·THF]3 and [Cp*2Zr(Me)(OH)], the  

  
Fig. 17 Synthesis of [(LTBBP)Al(˃ -O)Zr(Me)Cp*2].137 

targeted complex [(LTBBPύ!ƭό˃-O)Zr(Me)Cp*2] was accessed (Fig. 

17).137 The sǳŎŎŜǎǎŦǳƭ ŘŜǇǊƻǘƻƴŀǘƛƻƴ ƻŦ ǘƘŜ ½ǊҍhI ǳƴƛǘǎ Ƴŀȅ ōŜ 

due to their greater accessibility, as X-ray diffraction studies 

show that [Cp*2Zr(Me)(OH)] is monomeric with terminal -OH 

units,153 in contrast to trimeric [LTBBPAl(OH)·THF]3, which 

contains bridging -OH units.137 In general, other aluminium-

hydroxide precursors have successfully dealkylated 

organozirconium reagents, such as the reaction of 

[LdippNacNacAl(Me)(OH)] and [Cp2Zr(Me)2] to form 

[LdippNacNac!ƭόaŜύό˃-O)Zr(Me)Cp2].140 

Precursor [Cp*2Zr(Me)(OH)] has proven to be a generally 

effective Brønsted acid,156 and has been applied to the 

dealkylation of [Cp*TiMe3] or deamination of Ti(NMe2)4 to 

synthesise heterobimetallics [Cp*2½ǊόaŜύό˃2-O)Ti(Me)2Cp*]153 

and [Cp*2Zr(Me)ό2˃-O)Ti(NMe2)3].157 However, a mixture of 

species were observed from the reaction of [Cp*Zr(Me)OH] 

with 1 equivalent of Hf(NMe2)4; alongside [Cp*2½ǊaŜό˃2-

O)Hf(NMe2)3], trimetallic [Cp*2(Me)Zr(˃ 2-O)Hf(NMe2)2( 2˃-

O)Zr(Me)Cp*2] was observed as a minor product. The trimetallic 

Zr2Hf species is notable, as even the reaction of heterometallic 

[Cp*2Zr(Me)ό2˃-O)Ti(NMe2)3] with a second equivalent of 

[Cp*2Zr(Me)(OH)] still did not result in the formation of the 

trimetallic Zr2Ti analogue. This reactivity difference may arise 

from the enhanced Brønsted basicity of HfҍNMe2 units in 

comparison to TiҍNMe2, due to the greater polarity of the HfҍN 

bonds, or from the steric bulk of the Cp* groups hindering a 

second deamination at the smaller Ti centre.157  

The concept of dealkylation has also been applied to the 

ƛƴŎƻǊǇƻǊŀǘƛƻƴ ƻŦ aƎҍhҍZr units onto ŀ ½ǊҍŎƻƴǘŀƛƴƛƴƎ ahCΦ 

Based on TPHN-ahC ό¢tIb Ґ пΣпΩ-bis-(carboxyphenyl)-2-nitro-

мΣмΩ- biphenyl, Fig. 18), the deprotonation of terminal Zr3ό3˃-

OH) sites by MgMe2 gave an elegant synthetic method to  

Fig. 18 Synthesis of heterometallic MgZr-MOF based catalysts.26   


