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Abstract 

Micro-Extinction Spectroscopy (MExS), a flexible, optical, and spatial-scanning hyperspectral technique, has been 
developed and is described with examples. Software and hardware capabilities are described in detail, including 
transmission, reflectance, and scattering measurements. Each capability is demonstrated through a case study of 
nanomaterial characterization, i.e., transmission of transition metal dichalcogenides revealing transition energy and 
efficiency, reflectance of transition metal dichalcogenides grown on nontransparent substrates identifying the pres-
ence of monolayer following electrochemical ablation, and scattering to study single plasmonic nanoparticles and 
obtain values for the refractive index sensitivity and sensing figure of merit of over a hundred single particles with 
various shapes and sizes. With the growing integration of nanotechnology in many areas, MExS can be a powerful tool 
to both characterize and test nanomaterials.
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Background
The optical properties of nanoscale materials are exqui-
sitely sensitive to their local structure, composition, 
and shape. Gold nanoparticles (NPs), for instance, can 
absorb green or red light, depending on their size [1]. 
Two-dimensional (2D) materials such as transition metal 
dichalcogenides (TMDs) sustain excitons that can be 
maneuvered in energy; their corresponding bandgaps 
vary as a function of thickness and composition [2]. 
While this sensitivity provides an exciting opportunity to 
tune light–matter interactions, it leads to large NP-to-NP 
and area-to-area variations and often results in hetero-
geneous broadening of the ensemble response. In these 
cases, reliable structure–property relationships can be 
obtained by performing spatially resolved optical spec-
troscopy, typically followed by structural characterization 
with electron or scanning probe microscopy [3].

Traditionally, spectroscopy relies on exciting a circu-
lar area of a sample with a focused probe, such as a laser 
or electron beam. The signal is then dispersed in energy 
and acquired on a camera that records intensity along 
the energy axis NE. The probe can be scanned over the 
sample, along both x and y with a dwell time t, to yield a 
spectrum image of dimensions Nx × Ny × NE in txy units 
of time. This raster-scan approach to acquiring a hyper-
spectral datacube becomes prohibitively time consuming 
when considering large areas.

To overcome this limitation, several parallel acquisition 
schemes have been developed for optical spectroscopy, 
which have been reviewed elsewhere [4, 5]. One typical 
approach is the use of a tunable filter and a pixel array 
camera, enabling the acquisition of a range (albeit nar-
row) of wavelengths at a time; an Nx × Ny × NE datacube 
can then be acquired by scanning the filter’s wavelength 
[6]. This comes at the cost of spectral resolution given 
the intrinsic wavelength spread (few nm) of the filter 
and the number of frames acquired. The acquisition time 
indeed scales as tdE, where dE is the energy step, and is 
ultimately indicative of the energy resolution. Another 
approach is the construction of a datacube by physically 
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scanning the position of a spectrometer, acquiring one 
spectral dimension and one spatial dimension at a time 
(“push-broom”) enabling the acquisition of spectral 
information across the field of view. This allows for varied 
energy resolution, limited only by the spectrometer’s dis-
persion, and saves time by reducing the acquisition time 
to ty [7].

In this paper, we describe Micro-Extinction Spec-
troscopy (MExS), a novel optical characterization tech-
nique that can capture information regarding a variety 
of light–matter interactions in nanomaterials. In MExS, 
a LabVIEW interface orchestrates a piezoelectric sample 
stage, a spectrometer, and an electron-multiplied charge-
coupled device (EMCCD) camera to acquire one lateral 
and one spectral dimension at a time, and then scans 
the other lateral dimension by moving the sample stage. 
Because it scans a line of pixels instead of a point, this 
approach greatly reduces the acquisition time, which 
scales as ty (line scan) rather than txy (point scan). This 
approach also allows for excellent spectral quality, and is 
therefore advantageous compared to creating datacubes 
via stacking energy-filtered images, which compromises 
spectral resolution. Finally, the size of the datacube is not 
limited by the field of view, but rather by the travel range 
of the (piezoelectric) stage. Many types of samples can be 
explored using MExS due to the various optical modes 
that MExS can support, including transmission, reflec-
tance, and darkfield scattering. We have implemented 
these three optical capabilities, and describe a case study 
for each (“Results and discussion” section), demonstrat-
ing the applicability range of MExS.

Methods
Optical setup
The MExS setup (Fig. 1, and Additional file 1: Figure S1) 
consists of an inverted microscope system (Nikon Eclipse 
Ti), a piezoelectric stage (Physik Instrumente P-545.3C7), 
a spectrometer (Princeton Instruments IsoPlane SCT 320 
equipped with a 50 grooves/mm grating), a 1024 × 1024 
pixel array EMCCD camera (Princeton Instruments 
ProEM-HS: 1024BX3), an imaging camera (QImaging 
QIClick), a 12 V 100 W halogen lamp (Nikon D-LH/LC) 
for transmission and darkfield measurements, and an 
LED lamp (Lumen Dynamics X-Cite 120LED) for reflec-
tance measurements. For scattering measurements, a dry 
darkfield condenser (Nikon, N.A. 0.95–0.80) is inserted 
in the optical path before the sample. The microscope 
is equipped with two objectives (Nikon CFI Plan Fluor 
100XS Oil and Nikon CFI S Plan Fluor ELWD 40×) 
and an 80:20 beam splitter that sends 80% of the light 
to the spectrometer and 20% of the light to the imaging 
camera for simultaneous optical imaging and spectral 
measurements.

The dimensions of the acquired dataset depend on the 
spectrometer slit’s height and the stage’s range of motion 
(Table  1). The x dimension is defined by the slit height 
and scales with magnification (325  μm for the 40×, 
140  μm for the 100× objective). The range of motion 
of the piezoelectric stage (here, 200  μm) defines the y 
dimension. The spatial resolution is diffraction limited, 
and the spectral resolution is defined by the choice of dis-
persion grating.

Hyperspectral data acquisition
Figure 2 shows the five steps involved when performing 
MExS. Prior to spectral imaging, the optical setup is con-
structed, and the sample is mounted onto the stage of the 
microscope. An image of the region of interest (ROI) is 
acquired using the imaging camera, creating a map used 
in data acquisition and analysis. The optical and hyper-
spectral parameters are then set; example parameters are 
shown in Table  2. Next, hyperspectral imaging is initi-
ated, and data are exported in comma-separated value 
(CSV) files. Finally, experiment-specific post-processing 
calculations (Table 3) are performed on the data.

Fig. 1 MExS configurations. a Transmission configuration: light 
passes through the sample, and transmitted light is collected by 
the objective. This configuration provides information regarding 
the optical absorption properties of the sample. b Reflectance 
configuration: a half-mirror is used to direct light through the 
objective to the sample. The light that the sample reflects back is 
collected by the objective. This configuration enables the study of 
materials on nontransparent substrates. c Darkfield configuration: 
the darkfield condenser blocks direct signal from the light source 
resulting in the collection of only light scattered by the sample. 
This configuration allows for the study of small scattering structures 
such as plasmonic NPs. d Detector system: light that is collected by 
the objective goes through the spectrometer, and the intensity of 
dispersed light is recorded by the EMCCD
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The operation of this hyperspectral spatial-scanning 
technique relies on communication between two compo-
nents: the sample stage and the detector system (Fig. 1). 
This communication is established and manipulated 
through a LabVIEW control (LabVIEW block diagram 
in Fig.  3a, LabVIEW user interface in Additional file  1: 
Figure S2). At the onset of the experiment, the Lab-
VIEW code enters the “Initiate Software” mode. Once 
both software programs have been initiated and a line 
of communication has been established, the user enters 
the spatial-scanning hyperspectral parameters (step 
size, number of steps Ny) into the LabVIEW user inter-
face. The user then advances the LabVIEW program 
into the “Acquire Data” mode; the detector and stage are 
manipulated in series to record data and move the sam-
ple Ny times. At each step, the detector system records 
2D matrix with a spatial dimension (Nx) and a spectral 
dimension (Nλ), the lengths of which are defined by the 
EMCCD chip size, where Nx= 1024 and Nλ= 1024. An 
Ny stack of these 2D matrices creates an x–y–λ datacube 
(Fig.  3b). The piezoelectric stage used here employs a 
closed-loop system that records with high-precision the 
actual displacement of the stage, eliminating any signifi-
cant concerns of hysteresis or stage drift on the measure-
ment timescale. All scanning is done in the y-dimension.

MExS can also be adapted for time-resolved studies, 
where time substitutes the y-axis, i.e., the stage remains 
immobile, and the detector records data for one row loca-
tion (y) over time. In this setup, the user assigns the time-
lapse parameters (number of time-lapse acquisitions, Nt, 

Table 1 Acquired dataset dimensions for various objective 
magnifications

Objective magnification x dimension (slit-
length limited), μm

y dimension (stage 
range-of-motion 
limited), μm

Acquired dataset dimensions

 100× 140 200

 40× 325 200

Fig. 2 User process diagram describing MExS preparation (optical, 
hyperspectral) and spectral imaging (imaging and processing of data)

Table 2 Examples of optical and hyperspectral parameters to be set by the user prior to data acquisition

a Objective magnification: 40× and 100× respectively
b Only Ny or Nt is relevant in a given experiment

Optical parameters Hyperspectral parameters

Parameter Example Parameter Example

Exposure time 0.5 s Image width passed through slit 3.85 μma

Exposures/frame 4 1.54 μma

Grating grooves/mm 50 Step size 0.8 μm

Center wavelength 600 nm Number of steps (Ny)
b 250

Number of time-lapse acquisitions (Nt)
b 100

Acquisition frequency 10 s

Table 3 Examples of experiment-specific computations utilized in data post-processing

Technique Variable of interest Computation Example application

Transmission Absorption − log
(

Sample transmittance
Direct transmittance

)

2D materials electronic properties

Reflectance Differential reflectance |Sample reflectance−Substrate reflectance|
Substrate reflectance

2D materials substrate interactions

Darkfield Scattering Particle scattering−Background scattering
Lamp scattering−Dark scattering

Plasmonic NPs single-particle studies
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and acquisition frequency), and a series of 2D matrices 
(Nx, Nλ) are recorded, leading to an x–λ–t—datacube (Nx, 
Nλ, Nt).

Data post-processing
In the post-processing step (Fig.  4), the previously 
exported 2D matrices are imported into the Matlab-based 

analysis software (code structure in Additional file 1: Fig-
ure S3, code details available upon request). The datacube 
contains up to 1024 × 1024 × Ny elements for spatial-
scanning experiments and 1024 × 1024 × Nt elements for 
time-lapse experiments. The datacube is first integrated 
along the λ dimension to create an integrated spectrum, 
resulting in a picture-like 2D x–y matrix (Fig.  4c). The 
pixel locations for each ROI are then determined using 
the integrated spectrum image. These pixel values are 
then used to extract the λ element values (point spec-
tra) within the datacube corresponding to the selected 
ROI. An ROI usually covers several pixels, such that sev-
eral point spectra in a square array around the center of 
the ROI are typically added together. Experiment-spe-
cific computations (Table  3) are then conducted on the 
extracted data. The processed data are displayed (Fig. 4d) 
and written to CSV and Matlab workspace files.

Results and discussion
Three case studies are described below. For each, a brief 
background is followed by key findings to exemplify the 
scope of applicability of MExS.

Case study 1. Transmission characterization of 2D 
transition metal dichalcogenides
TMDs have recently gained much attention because of 
their potential applications in electronics [8–11] and 
optoelectronics [8, 12–14]. At monolayer thickness, 
TMDs can exhibit direct electronic and optical band-
gaps ranging from the visible to the near-infrared. Opti-
cal spectroscopy techniques such as photoluminescence 
(PL) and Raman are currently the key methods used in 
studying TMD properties such as bandgap energy, [15, 
16] emission efficiency, [17–19] and defect density [19–
21]. However, PL and Raman spectroscopies have limited 
quantum efficiency, making them unfit for high-through-
put applications. The already-limited PL emission effi-
ciency decreases sharply with increasing defect density. 
Moreover, both require rather specialized instrumenta-
tion [22, 23]. Because photons are absorbed regardless of 
the quenched PL emission, transmission MExS can over-
come some of the yield limitations of PL, while providing 
simpler and faster operation than either PL or Raman.

MExS is a fast, large-scale approach to determine the 
optical bandgap energy and the extinction efficiency of 
TMDs. In this case study, MExS in transmission mode 
is used to identify and characterize monolayers of  MoS2, 
 MoSe2,  WS2, and  WSe2 (Fig. 5). The samples were grown 
by chemical vapor deposition on quartz coverslips based 
on previously published techniques [24–27]. An example 
of optical image and wavelength-integrated hyperspec-
tral datacube (forming a 2D image) is shown in Fig. 5a, 
b, and the rest are shown in Additional file 1: Figure S4. 

Fig. 3 Data acquisition. a Block diagram depicting the hyperspectral 
code design corresponding to the LabVIEW user interface (shown in 
Additional file 1: Figure S2). When the user selects the “start” button 
in the user interface, the code enters the “Initiate Software” mode, 
launching the software for both the piezoelectric stage (PI Physik 
Instrumente stage software) and the spectrometer (LF Lightfield, 
Princeton Instruments software for detector system). Once the 
parameters have been set for the experiment in the user interface 
and the user advances the code into the “Acquire Data” section, the 
code goes through N cycles of data acquisition and stage movement. 
b Representation of an as-acquired stack of 2D matrices
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The exciton peaks of the different TMD monolayers arise 
from direct bandgap transitions (A and B) at the K point 
of the Brillouin zone (Fig. 5c). Since the different TMDs 
have different bandgap energies, the position of the exci-
ton peaks provides an accessible way to identify each 
material.

Case study 2. Reflectance characterization of 2D materials 
on nontransparent substrates
MExS in reflectance mode provides additional charac-
terization functionality, opening the door to the study 
of nontransparent materials inaccessible with transmit-
tance. Typical growth substrates for TMDs and other 2D 
materials (e.g., Cu and Si wafer) are opaque, as are many 
electrode materials (TiN, C) and surfaces of interest for 
antiwear/anticorrosion coatings (steel and other metal 
alloys). In this case study, the interaction between  WS2 
and a TiN substrate was observed as an example of TMD 
behavior in corrosive environments, demonstrating the 
applicability of MExS to nontransparent substrates.

The samples used in this case study were prepared by 
using a micromechanical exfoliation technique that is 
described elsewhere [28]. The stacked layers of  WS2 are 
held together via van der Waals interactions, whereas the 
base layer is held to the TiN substrate via strong covalent 
bonds [28–31]. Various conditions were applied to these 
 WS2/TiN samples in order to simulate corrosive environ-
ments. Because the bandgap of the bulk state and mon-
olayer state of  WS2 vary significantly (1.3  eV vs. 2.1  eV, 
respectively), the exciton energy can be used to track the 
layer thickness, providing insight into the effects of cor-
rosive environments [8].

The integrated spectrum images (Fig.  6a, b) are refer-
enced against the corresponding optical images (Fig. 6c, 
d) to locate the region of interest (identified here by an 
arrow). The reflectance signal contains a feature related 
to an exciton at 646  nm for the multilayer thin film 
(Fig.  6e). This exciton blue shifts to 616  nm as the film 
reaches monolayer thickness as a result of corrosion. The 
use of reflectance-mode MExS offers an opportunity to 
study large TMD flakes and monitor corresponding sub-
strate interactions efficiently with the flexibility afforded 
by the use of nontransparent substrates.

Case study 3. Darkfield scattering refractive index 
sensitivity of single gold nanoparticles: a sensitivity–
structure correlation
MExS in scattering mode provides information about 
light–matter interactions in small scattering NPs. When 
light interacts with certain free-electron metal NPs (Au, 
Ag, Al, etc.), its electric field creates a collective electron 
oscillation called a localized surface plasmon resonance 
(LSPR) [32]. This resonance imparts bright colors and 
enhanced light–matter interaction properties to the NPs 
[33] and is dependent on NP size, shape, composition, 
and surrounding environment [34–36]. The latter can be 
used to construct plasmon sensors, as variations in the 
dielectric environment around the NP lead to approxi-
mately linear changes in LSPR frequency [33]. A meas-
ure of the sensing ability of a plasmonic system is the 
slope of the LSPR as a function of refractive index, i.e., 
the refractive index sensitivity (RIS) typically reported in 
nm per refractive index unit (nm/RIU) or eV/RIU. Val-
ues have been reported for Au nanorods, stars, crescents, 

Fig. 4 Post-processing of acquired data. a As-acquired stack of 2D matrices. Integration along the Nλ-axis creates an integrated spectrum image 
(SI) as shown in c. A point spectrum at a particular x,y-location can be extracted for the region of interest (ROI). b Representation of a raw datacube. 
c Integrated spectrum image generated by summation along the Nλ-axis. This serves as a map in data post-processing. d Representative point 
spectra extracted as shown in a for absorbance, reflectance, and darkfield scattering
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decahedra, bipyramids, and other shapes, and, together 
with the NP’s LSPR energy and stability, are critical 
design rules for plasmon sensors [37–41]. An even more 
powerful expression is the sensing figure of merit (FOM), 
[42] defined as the RIS divided by the LSPR full width at 
half maximum (FWHM) in eV, i.e.,

(1)FOM =

RIS

FWHM

The FOM can be challenging to obtain because of 
heterogeneous broadening, requiring single NP meas-
urements. In this case study, we show that MExS in 
scattering mode can easily provide the large statistics 
needed to extract RIS and FOM values at the single NP 
level, enabling detailed studies that are not blurred by 
the ensemble-averaging of bulk measurements.

Three different batches of Au decahedra were syn-
thesized using a previously published one-pot polyol 
process that allows both size and shape controls [43]. 
NPs were drop-cast on transparent and conductive 
indium tin oxide (ITO)-coated coverslips. The cover-
slips were marked with a scratch pattern for location 
reference. Coverslips were secured on a custom-built 
liquid cell and mounted on the microscope stage. The 
imaging camera was used to collect an optical map of 
the region of interest (Fig. 7a). Then, a MExS datacube 
was obtained for NPs submerged in solutions of varying 
refractive indices (water and glycerol; up to 70% glyc-
erol), providing the single-particle darkfield scattering 
information needed to determine single-particle RIS. 
Representative data show the LSPR shift (Fig.  7c) as a 
function of RI, as well as the RIS (Fig.  7d) calculated 
from the slope of the linear relationship between the 

Fig. 5 Absorption spectra of different TMDs obtained by MExS. a 
Optical image of a  MoS2 flake. The clear parts of the structure show 
monolayers, and darker lines show multilayers. b Integrated spectrum 
image of the transmission intensity. The black square shows the 
location from where the spectrum was taken, shown in d. c Simplified 
schematic of the band diagram of  MoS2, depicting c1 as the lowest 
conduction band, and v1 and v2 as the highest split valence bands. A 
and B are the direct bandgap transitions, which are the source of the 
two exciton resonances in the absorption spectrum. d Absorption 
spectra of  MoS2,  MoSe2,  WS2, and  WSe2; each labeled with exciton 
resonances A and B

Fig. 6 Reflectance MExS characterization of  WS2. Spectrum images 
(a, b) and corresponding optical images (c, d) are both used to locate 
regions of interest. e Reflectance spectra for the region of interest 
indicated by arrows in a, b for a multilayer of  WS2 (646 nm exciton 
peak) and for a monolayer of  WS2 (616 nm exciton peak), respectively
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LSPR peak energy of the NP vs. the refractive index of 
the medium [33].

Each ROI from the hyperspectral datacube can further 
be investigated with scanning electron microscopy (SEM, 
Fig. 7e), revealing structure–property relationships; here, 
the size and shape effect on RIS and FOM is observed. A 
total of 128 NPs were studied in this fashion (Figs. 7, 8, 
9). The size and shape of each NP was measured from its 
SEM image with ImageJ, an open-source image analysis 
software. Before correlating the structure and sensitivity 
of the NPs, we aimed to better understand the features 
of each of the three NP batches using the side length and 
tip radius as indicators; note that we report, for easier 

Fig. 7 Single NP spectroscopy using darkfield MExS. a Optical 
image of the scattering of Au decahedra deposited on an ITO 
coverslip, showing proper distribution. The red circle indicates a NP 
of interest. b MExS reconstructed spectrum image of the ROI. The 
red circle indicates the same NP of interest, and the colormap shows 
the integrated scattering intensity from low (blue) to high (red). c 
Darkfield scattering of a single NP in water–glycerol solutions with 
different refractive indices (n). d LSPR energy vs. refractive index for 
the data shown in c. The slope is the RIS of the single NP. e SEM image 
of the NP for which data are shown in c, d 

Fig. 8 Side length and normalized tip radius distribution of Au 
decahedra. a–c SEM images of the three different samples used (scale 
bar = 1 µm). The insets show the shape of the NPs. d SEM image of a 
Au decahedra from sample 3 and definition of side length and radius 
of tip curvature. For this particle, the side length is 85 nm and tip 
radius is 10 nm, yielding a 0.12 normalized tip radius. e Histogram of 
the side length distribution of the selected 128 NPs, where sample 1 
had 53 NPs, sample 2 had 49 NPs, and sample 3 had 26 NPs. Samples 
1 and 2 have similar side lengths; sample 3 is larger. f Histogram of 
the normalized tip radius distribution of the selected 128 NPs from 
the three different samples. Sample 3 has the lowest ratio (sharper 
tips), sample 2 has the highest ratio (rounder tips)
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comparison, the normalized tip radius, i.e., tip radius 
divided by side length [44]. As shown in Fig. 8, the three 
samples offer significant structure variety: NPs in samples 
1 and 2 have similar side length but different tip radius, 
while NPs in sample 3 have larger side length and rela-
tively small normalized radius (i.e., sharper tips). Specifi-
cally, the average (standard deviation) side length was 81 
(10), 80 (8), and 114 (12) for samples 1, 2, and 3, respec-
tively; the average (standard deviation) normalized radius 
was 0.15 (0.02), 0.17 (0.02) and 0.109 (0.014) for samples 
1, 2, and 3, respectively. From these structural variations 
emerge differences in LSPR properties. The LSPR energy, 
as expected, scales inversely with side length, i.e., LSPR 
energy is lower for bigger NPs (Additional file 1: Figure 
S5a) [1]. Interestingly, NPs in samples 1 and 2 have simi-
lar side lengths yet different LSPR energies because of the 
blue-shifting effect of corner rounding [44]. Lastly, NPs 

in samples 1, 2, and 3 show a common trend as a func-
tion of tip radius, with rounder NPs having a higher LSPR 
energy (Additional file 1: Figure S5b). 

Correlation of the structural parameters, at the sin-
gle NP level, and the ability to obtain FWHM that are 
not heterogeneously broadened provides insight on 
structure–property relationships. MExS/SEM analysis 
reveals that both RIS and FOM are greatest for small 
NPs (Additional file  1: Figure S6a and Fig.  9a, respec-
tively). Samples 1 and 2 show large variance in RIS and 
FOM for NPs of comparable size, which can be attrib-
uted to corner rounding effects. A trend is again found 
by using normalized tip radius as the structural param-
eter, where rounder NPs are more sensitive and have 
higher FOM (Additional file 1: Figure S6b and Fig. 9b). 
These results indicate that side length is not the only 
structural parameter to be considered when identifying 
NPs suitable for sensing applications; the normalized 
tip radius appears to be a unifying structural parameter. 
Such study, requiring statistical information on many 
single NPs and multiple measurements (in different 
solutions) for each NP has uniquely been enabled by 
the high-throughput capabilities of MExS and provides 
useful guidelines for NP selection in the design of label-
free (bio)sensors.

Conclusions
We described a hyperspectral tool suitable for nanoma-
terials’ characterization. The automation of the system’s 
hardware and software relies on LabVIEW, and a Mat-
lab-based analysis s interface was developed for the data 
post-processing. We presented three different case stud-
ies that use the different optical modes in MExS. First, by 
applying the transmission mode, different TMDs were 
identified quickly and without the need for lasers, tak-
ing advantage of the line-scanning operation of MExS. 
Next, by applying the reflectance mode, the interaction 
between  WS2 flakes and a TiN substrate was studied. 
Finally, the optical sensitivity of Au NPs was determined 
by studying their scattering under different liquid media. 
We are convinced that MExS is not only effective in the 
described examples, but can also be used in chemical/
biological in situ experiments, thin film and coating anal-
ysis, or in situ catalytic mechanism studies.
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