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Abstract 

The use of Artificial Ground Freezing (AGF) to form earth support systems has had 

applications worldwide. These cover a variety of construction problems, including the 

formation of frozen earth walls to support deep excavations, structural underpinning for 

foundation improvement, and temporary control of ground water in construction processes. 

On the one hand, the main advantage of AGF as a temporary support system in 

comparison to other support methods, such as those based on injections of chemical or 

cement grout into the soil, is the low impact on the surrounding environment as the 

refrigerating medium required to obtain AGF is circulated in pipes and exhausted in the 

atmosphere or re-circulated without contamination of the ground water.  On the other hand, 

the available methods may vary significantly in their sustainability and complexity, in terms 

of times and costs required for their installation and maintenance. The ability to predict the 

effects induced by AGF on granular materials is therefore crucial to assess construction 

time and cost, and to optimize the method.  

In this work, the Thermo-Hydro-Mechanical processes induced by artificial freezing of a soil 

body are studied using a constitutive model that encompasses frozen and unfrozen 

behaviour within a unified effective-stress-based framework. It makes use of a combination 

of ice pressure, liquid water pressure and total stress as state variables. The model is 

validated and calibrated using the results of a series of laboratory tests on natural samples 

of a volcanic ash (Pozzolana) retrieved during construction of Napoli underground, where 

the technique of AGF was used extensively to stabilise temporarily the ground and control 

the ground water. 

 

Keywords chosen from ICE Publishing list 

Artificial Ground Freezing; Granular Material; Thermo-Hydro-Mechanical Coupling. 
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List of notation  

 

C intercept of strength envelope with q axis 

Cp intercept of peak strength envelope with q axis 

cp' cohesion of peak strength envelope 

d50 mean diameter 

F yield function 

F0 normalizing constant dimensions of stress 

k material constant 

kt  thermal conductivity of soil 

kti thermal conductivity of ice  

ktl thermal conductivity of liquid water  

kts thermal conductivity of soil mineral  

ki permeability of soil containing ice 

kr relative permeability 

ksat permeability of fully saturated unfrozen soil 

l specific latent heat of fusion of water 

m material constant in freezing retention model 

N material constant, exponent of flow function 

P ice pressure entry value 

p mean total stress 

pw0 initial pore water pressure 

Pa air entry value 

Pi ice pressure 
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Pl liquid water pressure 

pn mean net stress 

pn0 saturated pre-consolidation pressure 

pn0(s) pre-consolidation pressure with suction 

pc0 initial confining mean total stress 

p'c0 initial mean effective stress 

pc material constant 

ps0 mean net stress 

ps mean net stress 

p' mean effective stress 

q deviatoric stress  

qp deviatoric stress at peak  

r material constant 

s suction 

Sl degree of saturation of liquid water 

T temperature 

t time 

U coefficient of uniformity 

u back pressure 

vp axial displacement rate 

Vv volume of voids 

Vw volume of water 

material constant 
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s deviatoric strain 

a axial strain 

  total strain rate 

e  elastic strain rate 

vp  visco-plastic strain rate 

material constant 

T temperature ramp loading 

x increment x direction 

flow function 

p' peak friction angle 

fluidity parameter 

0 fluidity parameter at suction zero 

 slope of strength envelope

p slope of peak strength envelope  

(s) slope of unloading-reloading line with suction

(0) slope of unfrozen water saturated normal compression line

(s) slope of normal compression line with suction 

i mass density of the frozen water 

l mass density of the liquid water 

nij,  net stress 

ij  total stress 

la liquid/air surface tension 
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li liquid/ice surface tension 

x total stress x direction 

y total stress y direction 
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1. INTRODUCTION 

Frozen ground is soil or rock with a temperature below the freezing point of water (0°C). The 

definition is based entirely on temperature and is independent of the water and ice content of the 

soil or of the rock (Andersland & Landanyi, 2004). The two main effects of an increasing ice 

content in the soil as the temperature decreases are (i) the increase of soil strength and (ii) the 

decrease of permeability, which makes the frozen soil impervious to water seepage.  

Natural freezing occurs seasonally in many areas of the globe, and can affect adversely the 

engineering performance of roads and pavements as ice lenses form and grow.  Several features 

are associated with perennially frozen ground such as e.g., ice-wedge and thermokarst 

topography.  Engineering considerations require an understanding of the natural freezing 

process, of the effects of thawing frozen ground, of seasonal frost heave and settlement, and of 

how useful aspects of frozen ground, such as high strength and water tightness, can be used 

expediently for construction purposes (Andersland & Landany, 2004). 

In contrast to natural freezing, man-made or Artificial Ground Freezing (AGF) is a controllable 

process and can be used profitably by civil and mining engineers to temporarily provide structural 

support and/or to exclude groundwater from an excavation until construction of the final lining 

provides permanent stability and water tightness.  The process was originally applied mainly to 

vertical openings, such as shafts or pits, but, other excavation works, such as tunnels, were 

considered with the increasing ability to drill and install freezing tubes horizontally.  Besides 

protecting excavations, AGF has been used also to stabilize slopes, to retrieve undisturbed 

samples of coarse grained soils, to construct temporary access roads, and to maintain permafrost 

below overhead pipeline foundations and heated buildings (Harris, 1995). Recently, AGF has 

been considered as a possible solution to radioactive contamination of the water surrounding the 

compromised Fukushima nuclear power plant (www.groundfreezing.net/projects/ground-

freezing-fukushima). 

AGF is one of the construction techniques that were adopted extensively during construction of 

Line 1 of Napoli Underground. It was used to ensure stability and waterproofing of the platform 

tunnels and inclined passageways during excavation below the ground water table through loose 

granular soils of pyroclastic origin (Pozzolana) and a fractured soft rock (Neapolitan Yellow Tuff) 

(Viggiani & de Sanctis, 2009; Cavuoto et al., 2011; Russo et al., 2012).   

In this case, AGF was carried out by driving freeze tubes into the ground parallel to the tunnel 

length around the future excavation section, and then circulating a refrigerating fluid into the tubes 

until the temperature of the ground around them was below the freezing point of water.  Freezing 

was activated with nitrogen and maintained with brine.  The contractor specified that excavation 

should be undertaken once a 1 m thick frozen collar was formed around the tunnel section.  This 

was conventionally defined as the area of the soil at a temperature below -10 °C.  The growth of 

the frozen body was monitored with temperature sensors located along chains parallel to the 

freeze pipes.  Due to the complexity of the works, the construction of the line was accompanied 

by an intense programme of monitoring designed to measure and/or control the effects of 
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construction on adjacent structures, and, for the extension and completeness of the monitoring, 

represented a unique opportunity to collect field data on the performance of AGF. 

Several Authors have attempted to back analyse and interpret different aspects of the freezing 

process.  Viggiani and de Sanctis (2009) analysed transient heat propagation numerically using 

the finite element code ABAQUS. The thermal properties of the soil were obtained by back 

analysis of an instrumented trial field in which the ground temperature around the freezing holes 

was measured during cycles of freezing and thawing.  An attempt to predict ground heave on 

freezing and subsequent settlements on thawing with a decoupled approach, was also carried 

out by finite element analyses imposing freezing-induced volume strains to the ground (De Santis, 

2006).   

Colombo (2010) also tackled the problem of heat propagation, comparing the results of theoretical 

analyses due to Sanger and Sayles (1979) and those obtained by finite element analyses.  In this 

case, the thermal properties of the ground were assigned based on literature data.  Both the 

analytical and finite element approach were adopted to analyse realistic layouts of freezing tubes 

similar to those used during construction of Napoli Underground, and the results were compared 

with the experimental data.  

Papakonstantinou et al. (2012) examined the temperature time histories monitored within the 

ground during the freezing process numerically, and took into account the thermo-hydraulic 

coupling. The influence of a number of parameters, including the spacing between the freeze 

pipes and the thermal conductivity of the ground was investigated to gain an understanding of the 

thermal behaviour of the ground during activation of artificial freezing with nitrogen. 

The thermo-hydro-mechanical processes induced by freezing and thawing of pore fluid within 

soils are complex and can have significant mutual geotechnical interaction (Nishimura et al., 

2009).  As the temperature decreases, the ice content of the soil increases; the ice becomes a 

bonding agent between soil particles or blocks of rock increasing the strength of the soil/rock 

mass and modifying the pore water pressures and the effective stress on the soil skeleton, which, 

in turn, induces mechanical deformation. At the same time, any changes in the hydraulic and 

mechanical boundary conditions can affect the thermal processes by advection and changes of 

ice and water contents (Gens, 2010).  

Zhou and Meschke (2013) proposed a three-phase model considering solid particles, liquid water, 

and crystal ice as separate phases and mixture temperature, liquid pressure, and solid 

displacement as the primary field variables. Although the model was developed within the 

framework of linear poro-elasticity and further developments are required, it was able to capture 

various couplings among the phase transition, the liquid transport within the pore space, and the 

accompanying mechanical deformation, and was validated by means of selected analyses, 

including AGF for temporary support during tunnelling.  

This paper presents the first results obtained using a fully thermo-hydro-mechanical (THM) model 

(Nishimura et al. 2009), calibrated against experimental data obtained under temperature-

controlled tests on a volcanic ash (Pozzolana) retrieved from the subsoil in Municipio Station. The 

testing programme was carried out by Tecno-in SpA (www.tecnoin.it/en) as part of the 



9 
 

geotechnical investigation for the works of Napoli underground; the data were kindly made 

available to the Writers in the context of a research project bringing together constitutive 

modelling, laboratory tests and field data, carried out in co-operation between UPC Barcelona, 

Università di Roma Tor Vergata, and technical personnel and engineers involved in the design 

and construction of Napoli underground (Casini et al 2013). The final goal of the research is to 

study the freezing process considering the full thermo-hydraulic-mechanical coupling and model 

reliably the construction process for confident design of other similar works. 

 

2. CONSTITUTIVE MODEL ADOPTED 

The THM formulation for low temperature problems in water-saturated soils has been developed 

by Nishimura et al. (2009) based on the THM model originally developed by Olivella et al. (1994, 

1996) and Gens et al. (1998) for high temperature problems involving a gas phase.  In this case, 

the gas phase is replaced by a second solid phase representing ice. The formulation has been 

implemented in CODE_BRIGHT (Olivella et al.,1996) using a visco-plastic version of the model 

(Sanchez, 1997; Molist, 1997), based on the general theory of Perzyna (1986) and Desai and 

Zhang (1987), mainly to regularise integration of the elasto-plastic material law on softening.  In 

the constitutive model, the governing equations were developed from fundamental physical 

requirements, taking into account the interactions between thermal, hydraulic and mechanical 

processes in frozen soils. The formulation includes a critical state constitutive model that adopts 

net stress and suction as stress variables, which reduces to an effective stress-based model 

similar to Modified Cam-Clay under unfrozen conditions. The validation and the calibration of the 

model are presented below. 

2.1 Freezing retention model  

The mechanisms linking the change in volume of the liquid phase relative to the ice phase must 

be defined as a function of the thermodynamic properties of water.  A liquid ice-surface tension, 

li, develops at the interface between the two phases as the temperature decreases. This tension 

must be balanced by the difference of pressure in frozen and liquid water, Pi and Pl, as 

schematically shown in Figure 1. Thermodynamic equilibrium between the two phases is 

described by the Clausius-Clayperon equation, reported below in its integrated form using 273.15 

°K as the reference temperature: 
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where l (= 333.5 kJ/kg) is the specific latent heat of fusion of water, and iandl,arethe mass 

densities of the frozen and liquid water, respectively. The van Genuchten (1980) equation is used 

to represent the freezing retention model, expressing the link between the degree of saturation of 

liquid (unfrozen) water, Sl, and the difference between the pressures of ice, Pi, and liquid water, 

Pl: 
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where m is a material constant and P is the ice pressure entry value. Suction, s = Pi - Pl, depends 

on temperature, T, and liquid pressure, Pl, as: 
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Substituting equation (3) into equation (2), it is possible to obtain the relationship between Sl and 

T.  

Finally, the relative permeability, kr, representing the ratio between the permeability of the soil 

containing ice (Sl  1), k, and the permeability of fully saturated unfrozen soil (Sl = 1), ksat,  is 

obtained from equation (2), considering the link between the relative permeability and the degree 

of saturation of the liquid phase (Mualem, 1976; van Genuchten, 1980):  
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2.2 Mechanical Model 

The Barcelona Basic Model (BBM, Alonso et al. 1990) was extended to frozen soils with a two-

stress variable constitutive relationship (Nishimura et al. 2009) making use of net stress:  

 ilijnij,  ,max PP   (5) 

representing external confinement, and suction: 

 0 max li ,PPs   (6) 

The yield function is given by: 

   ncn
22 )()( pspsppq s   (7) 

in which q is the deviatoric stress, pn is the mean net stress, pc and ps are the intersections of the 

yield surface with the isotropic axis, defining its current size (see Fig. 2), and is a 

materialconstant. 

The evolution of the pre-consolidation pressure, pc, with suction is given by the so-called loading-

collapse curve (LC): 

















)0(

0
c *

*)(
p

p
psp c  (8) 

where: 

      rsr   exp10  (9) 

and (0), , p*,  and r are all material constants, while ps depends linearly on suction: 
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0ss pksp   (10) 

and k is a material constant.  Insert here a response to point 13 of Reviewer #1 

The model predicts that a temperature decrease induces a suction increase, eqn.(3), which, in 

turn, produces an increase of the pre-consolidation stress, eqns.(8) and (9), and of the strength 

of the soil, as shown schematically in Figure 2.  An important role is played by the increase in 

strength due to the increased size of the yield surface as suction increases.  As ps increases with 

increasing suction (decreasing temperature), the intercept, C, of the elliptical yield surface with 

the q axis, representing a sort of apparent cohesion, increases.  This means that larger negative 

net stress than that related to true cohesion of the material in saturated condition, ps0, become 

possible due to the increase of suction on cooling.  For further details, the reader is referred to 

Alonso et al. (1990), Nishimura et al. (2009) and Gens (2010). 

 

2.3 Viscoplastic formulation 

The preceding set of constitutive relations was implemented in the visco-plastic form proposed 

by Perzyna (1966). The total strain rate,  , is the sum of the elastic and visco-plastic strain rate: 

vpe     (11) 

The visco-plastic strain rate is expressed as: 








F

Fvp )(  (12) 

where  is referred to as the fluidity parameter, with units of inverse of time, and denotes the 

relative rate of visco-plastic strain. The scalar flow function  increases monotonically with F and 

defines the current magnitude of the visco-plastic strain rate; this is expressed with argument F, 

which is the yield function with associative plasticity. The adopted form of the flow function is: 

N

F

F
F 










0
)(  (13) 

where exponent N is a material parameter, in this case assumed to be N = 3, based on literature 

data (Sayles, 1968; Morgenstern et al., 1980), and F0 is a normalizing constant with the same 

units as those of F, in this case F0 = 1MPa. 

Although visco-plasticity was implemented with the main aim of regularising integration of the 

elasto-plastic material law on softening (Zienkiewicz & Taylor, 2000; Conti et al., 2013), this can 

be useful to model the behaviour of frozen soils and its dependency on temperature (Andersland 

& Ladanyi, 2004) by introducing the dependency of fluidity on suction (Alonso et al. 2005), 

).δexp(0 s   In this work, however, due to the lack of experimental data to calibrate the model 

adequately, the dependency of fluidity on suction has been neglected with a constant value of  = 

0 =10-7 s-1, and  = 0 (see Table 4). 

  

 

3. EXPERIMENTAL WORK  
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3.1 Material and methods 

The material used for the experimental programme is a volcanic ash, retrieved from two sites in 

Napoli, corresponding to Municipio and Toledo Stations of Line 1 of Napoli Underground.  

Pyroclastic flow deposits, or Pozzolanas, were put in place about 12,000 years ago during the 

second active phase of the nearby volcanic complex of the Phlegrean Fields. This active phase 

was followed by a rest period of about 2,000 years, during which the pyroclastic materials were 

eroded, transported, and re-deposited.  The remoulded Pozzolanas are very well graded and not 

easily recognised from the intact pyroclastic deposits. They appear layered, sometimes inter-

bedded with in situ Pozzolanas, sometimes with marine sand deposits, such as in the area of 

Municipio Station (Viggiani and De Sanctis, 2009). 

Figure 3 shows the soil profiles at the locations where the samples were retrieved, down to 30 m 

b.g.l.. In both cases, the subsoil consists essentially of made ground (matrix of pyroclastic sand 

incorporating fragments of rubble and Neapolitan tuff and remoulded ash) and alluvial and/or in 

situ pyroclastic sand (Pozzolana) over the Neapolitan Yellow Tuff. At Piazza Municipio the made 

ground is around 9 m thick, below which a layer of remoulded ash mixed with marine sand is 

found between 2.1 and -1.9 m a.s.l., indicating a shallow-marine depositional environment.  At 

greater depths and down to about -10.5 m a.s.l. there is remoulded Pozzolana. The thickness of 

the remoulded Pozzolana above the formation of Neapolitan Yellow Tuff is about 8.6 m, while the 

total thickness of the cohesionless granular materials over the Neapolitan Yellow Tuff amounts to 

about 21 m.  At Toledo, the made ground is 3.4 m thick; below a relatively thin (3.4 m) layer of 

paleosol, remoulded volcanic ash is found down to 20.8 m b.g.l. and then Pozzolana, for a total 

thickness of cohesionless granular materials over the Neapolitan Yellow Tuff of about 34 m.  

At both sites, undisturbed samples of volcanic ashes were retrieved at depths of about 10 to 

11 m b.g.l.; at Municipio this is below the groundwater table (at about 8.5 m b.g.l.) and therefore 

the samples were fully saturated, while at Toledo the volcanic ashes are above the groundwater 

table (at about 21 m b.g.l.) and therefore only partly saturated. Table 1 summarises the values of 

average physical properties of the tested material.  Values of voids ratio and inter-particle porosity 

are within the range quoted for similar pyroclastic soils and weak rocks (Aversa & Evangelista, 

1998, Esposito & Guadagno, 1998).  Figure 4 shows the grain-size distribution determined on the 

samples of volcanic ash from Toledo corresponding to a sand with silt with a d50  0.06 mm and 

a coefficient of uniformity U  20.  In the same figure, the range of grading quoted by Vinale (1988) 

for similar soils is also shown for comparison.  

The tests were performed using a triaxial cell working under temperature controlled conditions, 

described in some detail by Cantone et al. (2006) and de Sanctis (2007). The experimental 

programme consisted of several tests on natural samples of both volcanic ash and Neapolitan 

Yellow Tuff, carried out at different temperatures, confining stress and axial strain rates, as 

prescribed by the designers.  Seven triaxial tests carried out on natural samples of volcanic ash 
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at different temperatures and confining stress (see Table 2) were extracted to be examined in the 

present work.  

Figure 5 shows the results of three triaxial compression tests carried out at room temperature, 

T = 20 ºC, in terms of deviatoric stress - deviatoric strain (s:q) relationships and effective stress 

path (p':q).  The tests were carried out on fully saturated samples under drained conditions. The 

peak strength envelope: 

'' ppp Cpq   (9) 

is also shown in Figure 5 as a dashed line. The peak strength envelope parameters for saturated 

unfrozen samples are obtained by linear best fit of the experimental data; the coefficient of 

correlation was R2 = 0.99. The parameters of the peak strength envelope are p = 1.3 and 

C'p = 20 kPa, corresponding to p'  33° and cp'  10 kPa. 

Figure 6 summarises the testing conditions in the triaxial tests on frozen samples in terms of 

followed mean total stress – temperature (p:T), during the freezing stage, and mean total stress 

- deviatoric stress (p:q) paths, during the shearing stage.  

The main common phases of all tests were: 

- initial drained isotropic compression to target mean effective stress p' (= 200-350 kPa) 

using a back pressure u = 100 kPa; 

- freezing to target temperature T (-6°C or -10°C) over a time of about six hours, followed 

by an equalization stage at constant temperature; 

- shearing at controlled axial displacement rate vp (0.06-0.006 mm/min); 

Freezing of the sample was obtained by circulating a refrigerating fluid (glycol), in an inner cylinder 

surrounding the sample.  Therefore, the freezing process proceeds from the external surface of 

the sample, where the target temperature is applied, towards the inside of the sample.  During 

freezing the drainage lines are open.  However, as the pore water freezes, drainage is 

progressively inhibited. 

During the shearing stages of three out of four tests, the temperature was increased from -10°C 

to -6°C (test TX1) and from -6°C to -4°C (tests TX3 and TX4), while the remaining sample was 

sheared to failure at a constant temperature of -10°C (test TX2). 

 

3.2 Experimental Results 

Figure 7 shows the results of the triaxial tests on frozen samples in terms of deviatoric stress 

versus axial strain (a:q) and temperature versus axial strain (a:T).   

Both at a temperature of -6ºC and of -10ºC, the strength provided by the ice bonding prevails on 

that provided by the increasing confining stress; this is demonstrated by the fact that the peak 

deviatoric stress at T=-6ºC is about 1.75 MPa, irrespective of the confining pressure, and about 

3.6 MPa at T=-10ºC, again irrespective of the confining pressure. Strictly, the results of the four 

triaxial tests on frozen samples cannot be compared directly, as tests TX1 and TX2 which were 

tested at -10°C, were also carried out using an axial strain rate one order of magnitude larger 

than that used in tests TX3 and TX4.  For frozen soils, both factors, namely a lower temperature 
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and a larger axial strain rate, concur to an increased strength. However, because of its direct 

influence on the strength of intergranular ice and on the amount of unfrozen water in a frozen soil, 

temperature plays the main role in determining the mechanical behaviour of frozen samples; this 

is clearly shown by the results given in Figure 7, as the increase of temperature during the 

shearing stages of tests TX1, TX3, and TX4 causes softening, with a decrease of deviatoric stress 

to about 1.2 MPa for tests TX3 and TX4, and to about 2.5 MPa for test TX1. 

The overall results obtained from triaxial compression tests on natural and frozen samples are 

summarised in Figure 9 in terms of deviatoric stress, q, vs. initial mean effective stress, p'c0.  

 

4. NUMERICAL WORK  
 

4.1 Model calibration  

Literature data, obtained by Nicotera (2000) and Picarelli et al. (2007) on volcanic ash retrieved 

from the subsoil of Napoli, were used to calibrate the following parts of the constitutive model: 

1. water retention curve, linking the degree of saturation Sl=Vw/Vv to suction s (eqn. 2). 

2. Normal Compression Line (NCL), with particular reference to the evolution of its slope  

with suction s (eqn. 8); 

3. Loading-Collapse (LC) curve, linking the evolution of the pre-consolidation stress, pn0, 

with suction (eqn. 7); 

Figure 10 shows a comparison between the experimental water retention curve obtained from 

measurements in the pressure plate apparatus and in oedometer tests under suction controlled 

conditions together with the Van Genuchten (1980) model. To obtain the corresponding freezing 

retention model, the ice entry value, P, was evaluated from the air entry value, Pa, as 

P = Pali/la, where la = 0.072 N/m and li = 0.033 N/m are the liquid-air and liquid-ice surface 

tensions at T = 20ºC. Table 3 summarises the parameters adopted for the freezing retention 

model.  

The slope of the NCL, (s) was obtained from the results of one dimensional compression tests 

carried out under suction controlled conditions, while the slope of the unloading-reloading lines, 

(s), was taken to be constant with suction =0.02. The same set of data was used to obtain the 

evolution of the pre-consolidation stress with suction pn0(s). Figure 10 shows a comparison 

between the experimental data used to calibrate the model and the model predictions for (s) and 

pn0(s).   

The value of  in eqn. (7) was obtained from the triaxial tests on unfrozen soil,  = p = 1.3, 

while the remaining parameters of the mechanical model, namely the shear modulus, G, and 

parameter k, defining the increase of ps with suction, eqn. (10), and the viscous parameters, 0 

and , were obtained by direct calibration against the experimental data discussed below. Table 

4 summarises the parameters adopted for the mechanical model.  

The thermal conductivity of the soil, kt, depends on the volume fractions and on the conductivities 

of the soil mineral phase, kts, of the liquid (unfrozen) water phase, ktl, and, in the case of frozen 
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ground, of the ice (solid) water phase, kti. Assuming saturated ground, the overall thermal 

conductivity calculated by using a weighted average (Cote & Konrad, 2005): 

nS
ti

nS
tl

n
tst

ll kkkk )1()1(    (15) 

where n is the porosity of the soil.  Although the thermal conductivities of liquid water and ice 

depend slightly on temperature (Farouki, 1982; Frivik, 1981), in this study average constant 

values were considered, over the whole range of temperatures examined in this study (-10°C to 

25°C). This introduces a maximum error on the conductivity of water of about 9% and a maximum 

error on the conductivity of ice of only 2%.  The value of the thermal conductivity of the volcanic 

ash was obtained by back-analysing the behaviour observed on a trial site at Piazza Municipio 

including several vertical freezing tubes and observation holes for the measurement of ground 

temperatures in cycles of freezing and thawing (de Sanctis, 2006, 2007). The adopted values of 

the thermal conductivities of individual components are reported in Table 5. 

 

4.2 Numerical analyses 

The THM numerical analyses of the triaxial tests were performed under axi-symmetric conditions. 

Taking advantage of symmetry, only one quarter of the sample was modelled using the finite 

element mesh shown in Figure 12, consisting of 72 quadratic linear elements. Temperature was 

applied as a boundary condition at the top and right border of the mesh, while, during axial loading, 

a constant axial displacement rate was applied at the top boundary. The initial pore water 

pressure was set to pw0 = 0 kPa; drainage was allowed from the top border. The initial stress was 

set equal to the effective confining stress, and, at the right border the boundary stress was 

maintained equal to the effective confining stress for the entire simulation. 

The main phases of the numerical simulations were: 

- definition of the initial state of stress, with x = y = pc0, the initial temperature, T0 = 25ºC, 

a back pressure, pw0 = 0 kPa, and a constant porosity n = 0.50; 

- application of a ramp of decreasing temperature, from 25ºC to -10°C or -6°C, at the right 

and top border both free to move during freezing; 

- maintenance of temperature to equilibrium; 

- where applicable, application of a ramp of increasing temperature, from -10°C to -6°C or 

from -6°C to -4°C, at the right and top border during shearing; 

- axial loading under controlled displacement rate, va=0.06 mm/min or 0.006 mm/min, of the 

top boundary of the mesh; 

 

4.3 Model prediction  

The THM analyses were performed to obtain the remaining parameters of the model and test its 

ability to reproduce the observed behaviour under different temperatures and mean confining 

stress. The predictions of the model during the freezing stage of tests TX3 are reported in Figure 

13 in terms of contours of temperature, T, liquid water pressure, Pl, porosity, n, and degree of 

saturation, Sl, at a specific time (t = 15h).  
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The model predicts that the freezing front advances from the boundary of the sample towards its 

centre, with a gradient T/x ≈ -1.0/0.019 (º/m), see Figure 13(a).  Due to the decreasing 

temperature, the liquid water pressure becomes negative where the freezing front advances, see 

Figure 13(b). Also, in the frozen area, there is a marked increase of porosity induced by phase 

transformation (from water to ice) coupled with the changes of liquid water pressure, see Figure 

13(c), and a corresponding decrease of liquid water saturation, see Figure 13(d). 

Figure 14 shows the profiles of the main physical quantities computed at a distance x = 9.5 mm 

from the sample axis, in five stages of the simulation of test TX1, namely before (initial), during, 

and at the end of freezing, during shearing at constant temperature, and at the end of the 

simulation, after thawing.    

During the freezing stage, as temperature decreases (Fig. 12a), the liquid water pressure 

decreases (Fig. 12b) and the ice pressure increases (Fig. 12c).  As the net stress is defined as 

the difference between the total stress and the maximum between liquid water and ice pressure, 

the increase of ice pressure decreases the net stress acting on the soil skeleton, with the 

consequence that the porosity of the soil increases (Fig. 12d). 

Suction is initially zero everywhere in the sample (Fig. 12e); during freezing, it increases starting 

from the top border, where it is maximum; at the end of freezing and during shearing at constant 

temperature, suction is constant, s  12 MPa, and then decreases on thawing, again starting from 

the top border  and then towards the centre of the sample.   

The degree of saturation of liquid water Sl decreases drastically (Fig. 12f) right from the beginning 

of the freezing stage; this is due to the freezing retention model of the volcanic ash, which is 

characterised by a low ice entry value and a sudden reduction of the degree of saturation of liquid 

water as suction increases.  

Figure 13 shows a comparison between the observed and predicted stress-strain behaviour 

during the axial compression stage of tests TX1, TX2, TX3 and TX4. The agreement between 

model predictions and experimental data is quite satisfactory both for samples tested at the same 

temperature with two different confining stress and for those tested at the same confining stress 

at two different temperatures. As observed in the experimental tests, the predicted strength of the 

two samples tested at T = -10°C is the same, irrespective of the confining pressure.  The 

mechanical behaviour predicted by the model is slightly stiffer than observed, and thus the final 

strength is reached at strains of the order of 1% in all tests, while in the two triaxial tests carried 

out at -10°C (TX1 and TX2), the maximum deviatoric strength was attained at axial strains 

a = 5 %.  On the other hand, in the two tests carried out at T = -6°C (TX3 and TX4), thawing 

started well before the shear strength had been attained, at axial strains of about 2-2.5%, where 

the model had already reached peak strength, while the samples were still hardening to failure. It 

is not unreasonable to assume that, had the shearing stage of tests TX3 and TX4 been continued 

at constant temperature, the deviatoric stress would have reached values similar to those 

predicted by the model.  The softening behaviour on thawing is remarkably well reproduced by 

the model for all tests.  
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5 Conclusions 

Artificial Ground Freezing is one of the construction techniques that were extensively adopted to 

excavate the station tunnels and the inclined passageways through loose granular soils and the 

fractured soft rock below the ground water table during the Construction of Line 1 of Napoli 

underground. Recent advances in multi-phase soils mechanics provide a consistent framework 

for understanding the engineering behaviour of such artificial frozen soils. Building on those 

developments an International cooperation have been established bringing together laboratory 

work, constitutive modelling and field data involving UPC Barcelona, Università di Roma Tor 

Vergata and technical personnel, and engineers involved in the design and construction of Napoli 

underground.  

The experiment results on a volcanic ash retrieved during construction of Napoli underground at 

different temperature, confining stress and rate of loading were presented. In general a decrease 

in temperature induce an increase in the strength of frozen samples as well as an increase in the 

rate of loading increases the strength of soil. In the range of investigated confining stress the 

effect of temperature is predominant compared to the effect of confining stress, as the samples 

tested at the same temperature exhibit the same strength irrespective of the confining stress.  

A fully coupled THM model developed to consider a variety of geotechnical processes involving 

freezing and thawing has been validated and calibrated. The constitutive model adopted includes 

a critical state mechanical constitutive model that adopts total stress, liquid pressure and ice 

pressure model reduces to an effective stress-based model similar to the Modified Cam-Clay 

model under unfrozen conditions. The constitutive relations was implemented in the visco-plastic 

form although used as a regularising procedure has been useful to model the behaviour of frozen 

samples. The performance of the model is quite satisfactory during freezing, axial loading in 

frozen conditions, and thawing.  

Further experiments at different temperature and the same rate of loading are required to 

investigate the viscous behaviour of frozen volcanic ash. To this purposes modifications to the 

temperature controlled triaxial equipment to measure volume strains of frozen soil and change 

the freezing mechanism such that the freezing front will proceed from the centre of the sample 

towards its boundaries will be implemented. From the point of view of constitutive modelling 

modifications to the present formulation are being examined to describe better the viscous 

behaviour of the frozen soil, mechanical degradation on cycles of freezing and thawing, and the 

adoption of the Bishop stress as a constitutive variable. 
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Table 1. Average physical properties of tested volcanic ash 

GS (-)  (kN/m3) d (kN/m3) w/c (%) n (%) e (-) Sr (%) 

2.46 17.32 13.05 36.96 47.29 0.90 91.62 
 
 
Table 2. Tests examined in the present work 

name type temperature 
T (ºC) 

confining stress 
p'c0 (kPa) 

axial displacement rate 
va (mm/min) 

TX1_sat drained triaxial 
compression 

20 50 0.006 

TX2_sat drained triaxial 
compression 

20 100 0.006 

TX3_sat drained triaxial 
compression 

20 150 0.006 

TX1 triaxial 
compression 

-10 200 0.06 

TX2 triaxial 
compression 

-10 350 0.06 

TX3 triaxial 
compression 

-6 200 0.006 

TX4 triaxial 
compression 

-6 350 0.006 

 
 
Table 3.  Freezing retention model: adopted parameters  

Pa (kPa) m Ksat (m/s) P (kPa) 
5 0.366 10-6 10 

 
Table 4.  Visco-plastic mechanical model: adopted parameters 

(s-1) N   (0) r  pc (MPa) k  G (MPa) 
10-7 3 0 0.02 0.13 1.3 58 10 1.2 1.3 40 

 
Table 5.  Thermal conductivities of mineral, liquid water and ice 

kts (W/mK) ktw (W/mK) kti (W/mK) 
3.0 0.6 2.2 
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Figure 1. Suction development at the ice-water interface 
 
 
 
 
 
 
 

 
 
Figure 2. Qualitative predictions of constitutive model on temperature decrease 
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Figure 3. Soil profile at: (a) Piazza Municipio and (b) Toledo sites 

 
 

 
 
Figure 4. Grading of volcanic ash from Toledo site 
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Figure 5. Triaxial tests results at T=20°C in saturated condition: (a) s-q; (b) p´-q planes 

 

 
Figure 6. Paths followed in triaxial tests on frozen samples: (a) mean total stress, p – temperature, 

T; (b) mean total stress, p – deviatoric stress, q. 
 
 
 

 
 
Figure 7. Results of triaxial compression on frozen samples: (a) TX1 and TX2 T=-10÷-6ºC; (b) 

TX3 and TX4 T=-6-ºC÷-4ºC.  
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Figure 8. Overall results in unfrozen and frozen conditions in terms of peak deviatoric stress q 
versus initial confining stress p´c0  
 
 
 
 
 

 
Figure 9. BBM parameters comparison between experimental data (Nicotera 2000) and model 
predictions: (a) slope of normal compression line  with suction s; (b) loading collapse curve. 
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Figure 10. Water retention curve for volcanic ash: comparison between experimental data 
(Nicotera 2000) and model predictions. 
 
 
 

 
Figure 11. Finite element mesh and boundary conditions adopted in the analyses.  
 
 

 

Figure 12. Test TX1 – predicted contours of: (a) temperature, T, (b) liquid water pressure, Pl, (c) 

porosity, n, and (c) degree of saturation of liquid water, Sl, during freezing. 
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Figure 13. Numerical analysis of test TX1 – computed profiles of: (a) temperature, T, (b) liquid 
water pressure, Pl, (c) porosity, n, (d) ice pressure, Pi, (e) suction, s, and (f) degree of saturation 
of liquid water, Sl, at a distance x = 9.5 mm in different stages of the simulation. 
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Figure 14. Measured and predicted stress strain behaviour in triaxial compression. 

 


